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Classification: General Business Use

WHAT IS CLEAN COMPOUND SOLUTIONS (CCS)?

CCS technology offers materials that can minimize organic out-gassing, hydrocarbons, leachable 
ions (e.g. sulphates, nitrates, chlorides, phosphates) and particulate contaminations.

How?
 Strict raw material selection
 Leverage unique SABIC’s own base resins
 Specialized CCS compounding process control
 CCS packaging
 CCS molding
 CCS sampling and testing CCS 

Today!!
Initial 
CCSNon CCS

GENERAL BUSINESS USE
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Classification: General Business Use

UNIQUE BASE RESIN EXAMPLE – PC COPOLYMER FROM SABIC

STANDARD PC/30% GLASS FIBER

PC COPOLYMER/30% GLASS FIBER*

* GF filled products is unavailable in CCS product portfolio. This is just example to show advantage
for surface smoothness when using unique PC Copolymer.

Unique PC copolymer from SABIC offers much better
surface quality, high gloss, smooth surface,
less fiber floating which can be a benefit 
for lower Liquid Particle Count (LPC) compared with 
standard PC.
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Classification: General Business Use

CLEANLINESS PERFORMANCE – OUT GASSING, LEACHABLE IONS

Leachable ionsTotal Outgassing

EXSK0124 is not yet unavailable as commercial grade

DX13315C DX13320C EXSK0124 DX09303C


Grade - Formula

		Product Line		Grade		Color		GRADE_IDENTIFIER 4Mar16		NINE_D		Product instructions 26Oct15		Site(s)		Validity Area new		ITEM_CODE_1		6-digit		DESCRIPTION 23Mar16		RM Description		%		Component

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		125853		125853		VYDYNE 50BW		PA 66		47.8		COMPONENT

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		141110		141110		VETROTEX EC10 983 4.5MM		Short GF		30		ADDITIVE

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		153082		153082		NAH2PO2.H2O		Processing aid		0.1		ADDITIVE

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		156020		156020		LIGASTAR ALG-V		Mold release - Aluminium Stearate		0.1		ADDITIVE

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		610035		610035		FLUORO T801		PTFE		20		ADDITIVE

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		PA 66		2		COMPONENT

		LC		RFL46		NA9E045		RFL-4046		753346300				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE		Silicone Conc		0.001		PIGMENT

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		L896225		125875		INVISTA TORZEN U4800		PA 66		33.55		COMPONENT		RESIN		PA 66

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		F294047		151027		PolyAd Sabic LC #2		Heat stabilizer?		0.45		ADDITIVE		MODIFIER		HEAT STAB

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		F573363		111190		SHAMROCK FLUORO T-707-LP		PTFE		20		ADDITIVE		LUBRICANT		PTFE

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		G5000		141049		fiberglass		Short GF		32		ADDITIVE		FIBER		GF

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		L836413		125182		AEGIS H8202 Nylon 6 Resin		PA 6		14		COMPONENT		RESIN		PA 6

		LC		RFL46ES		BK1A844		LUBRICOMP RFL-4046 EM HS		753346011				COL, SLP		AC57,AC67		R19470		168143		Ampacet 19470		Silicone Conc		1		PIGMENT		MODIFIER		BK











																										

Ngiam, David: Ngiam, David:
end 2015 increased to 13.5% known to 3M as Y%

																						

Ngiam, David: Ngiam, David:
Irga-free CNT







																						

Ngiam, David: Ngiam, David:
using 940A-116 = blue tint.
Petchem also have 111N (non-tint) but will rationalize.		

Ngiam, David: Ngiam, David:
60% PA66
40% PTFE

																						

Ngiam, David: Ngiam, David:
using 940A-116 = blue tint.
Petchem also have 111N (non-tint) but will rationalize.		

Ngiam, David: Ngiam, David:
contains phosphite stabilizer but no PETS or other MR		

Ngiam, David: Ngiam, David:
Same as VC120 but different CF		

Ngiam, David: Ngiam, David:
Should have been called DF004P… same formulation is SLP's DF004P																		

Ngiam, David: Ngiam, David:
80% Noryl PX 0406
20% PAN CF		

Ngiam, David: Ngiam, David:
66% PA66
33% GF		

Ngiam, David: Ngiam, David:
60% PA66
40% PTFE
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Sheet1

																Grade				Grade Substance Number

																D151				D151

																D20001

																D20009				D20009

																D251				D251

																D351				D351

																D451				D451

																D452				D452

																D551				D551

																DB00491

																DC0041PQ						DC0041PR

																DC10EPFR				DX04403

																DD0001I				DX05307

																DE0026				DX06094

																DF0029E				DF0029E

																DF0046P				DF0046P

																DF0049P				DF0049P

																DF0061PI				DF0061PI

																DF0081PI				DF0081PI

																DF00A1P				DF00A1P		DF0081XP

																DF00A8P				DF00A8P		DF0084

																DF2041

																DS0036IR

																DX05307

																DX05475

																DX05477

																DX05479

																DX05480

																DX06094

																DX07323				DX07323

																DX07350				DX07350

																DX11355				DX11355

																DX11408

																DX96651				DX96651

																EXTC8141

																EXTC8143

																EXTC8202

																EXTC8273

																EXTC8274

																JK2500

																JK800
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Intermediates

		Product Line		Grade		Color		GRADE_IDENTIFIER 4Mar16		NINE_DIGIT		Product instructions 26Oct15		Site(s)		Validity Area new		ITEM_CODE_1		6-digit		DESCRIPTION 23Mar16		RM Description		%		Component

		VT		9Q00316		BK1BLND		BLEND-RF-700-12 EM BLCK9001		915000808		in UL prod,blend		THO		EP52		NORESIN				NORESIN		X		100		NORESIN

		VT		9Q00316		BK1BLND		BLEND-RF-700-12 EM BLCK9001		915000808		in UL prod,blend		THO		EP52		168407		168407		COLLOIDS MB 57-4C				23.074		PIGMENT

		VT		9Q00316		BK1BLND		BLEND-RF-700-12 EM BLCK9001		915000808		in UL prod,blend		THO		EP52		168401		168401		PACE N 54/12				76.926		PIGMENT

		VT		9Q00939		NA1BLND		GROUND POLYPROPYLENE ;BACKFLOW		795722080				COL		AC57		D855247		122080		UNCHOPPED MX BK.		PP		100		COMPONENT		MODIFIER		PP MAL

		VT		9Q00942		NA1BLND		GROUND PA6 BACKFLOW		795751121				COL		AC57		D835251		125121		UNCHOPPED P		PA 6		100		COMPONENT		RESIN		PA 6

		VT		9Q00943		NA1BLND		GROUND R-EM 90:10 BACKFLOW		795753082		in UL prod,F		COL		AC57		D835249		125082		UNCHOPPED R-EM BK 90:10		PA 6/6		100		COMPONENT		RESIN		PA 6/6

		VT		9Q00943		NA1BLND		GROUND R-EM 90:10 BACKFLOW		795753082		in UL prod,F		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		L850051		122266		BASELL PRO-FAX 6301 FLAKE (12 MELT)		PP Homo from Basell		25		COMPONENT		RESIN		PP

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		L850044		122246		BAMBERGER 4082 PP (MFI 30) (P4-022 OR P4-059)		PP Homo		49.948		COMPONENT		RESIN		PP

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.7983394519		ADDITIVE		LUBRICANT		EBS

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		R03503		165010		Pigment Blue 29				51.8920643709		PIGMENT		PIGMENT		BL

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				41.9128212227		PIGMENT		PIGMENT		ZnS

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		R662		161002		Pigment Red 178				0.0039916973		PIGMENT		PIGMENT		RD

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		R7100		165245		Copper Phthalocyanine Pigment Blue 15:4				5.3887913001		PIGMENT		PIGMENT		BL

		VT		MQ00805		BL4F018E		BL5-669-2 VERTON CONC 20:1		700895813		in UL prod,pellet 13mm		COL		AC57		R831		163019		Pigment Yellow 147				0.0039916973		PIGMENT		PIGMENT		YW

		VT		MQ00807		WH7G033		M-WT9-650-1 VERTON CNC 10:1		700899822		in UL prod		COL		AC57		L850051		122266		BASELL PRO-FAX 6301 FLAKE (12 MELT)		PP Homo from Basell		33		COMPONENT		RESIN		PP

		VT		MQ00807		WH7G033		M-WT9-650-1 VERTON CNC 10:1		700899822		in UL prod		COL		AC57		L850044		122246		BAMBERGER 4082 PP (MFI 30) (P4-022 OR P4-059)		PP Homo		33.92		COMPONENT		RESIN		PP

		VT		MQ00807		WH7G033		M-WT9-650-1 VERTON CNC 10:1		700899822		in UL prod		COL		AC57		R026323		165179		Pigment Violet 14				0.182		PIGMENT		PIGMENT		VI

		VT		MQ00807		WH7G033		M-WT9-650-1 VERTON CNC 10:1		700899822		in UL prod		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				99.758		PIGMENT		PIGMENT		ZnS

		VT		MQ00807		WH7G033		M-WT9-650-1 VERTON CNC 10:1		700899822		in UL prod		COL		AC57		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				0.06		PIGMENT		PIGMENT		BL

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		L850051		122266		BASELL PRO-FAX 6301 FLAKE (12 MELT)		PP Homo from Basell		58.19		COMPONENT		RESIN		PP

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				28.361		PIGMENT		PIGMENT		ZnS

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				0.001		PIGMENT		PIGMENT		CB

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R662		161002		Pigment Red 178				0.001		PIGMENT		PIGMENT		RD

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R7100		165245		Copper Phthalocyanine Pigment Blue 15:4				1.681		PIGMENT		PIGMENT		BL

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				11.765		PIGMENT		PIGMENT		BL

		VT		MQ00808		BL5G159E		BL5-669-2  VERTON CONC 20:1		700895814		in UL prod,pellet 3mm		COL		AC57		R831		163019		Pigment Yellow 147				0.001		PIGMENT		PIGMENT		YW

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		9Q00870_NA1BLND.COL				VERTON MX-HS 40% GF MIX		Verton				COMPONENT

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		L850077		122340		INEOS H20H-00		X		58.002		COMPONENT		RESIN		PP

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		F723207		156040		POLYVEL PEROXIDE CR-20P		X		0.198		ADDITIVE		MODIFIER		PEROXIDE

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		F644107		122273		Polyram Bondyram 1001		Maleic Anhydride Modified PP Homo 		1.2		ADDITIVE		MODIFIER		PP MAL

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		F200005		153080		CIBA-GEIGY IRGANOX B225 ED		Anti-Oxidant		0.6		ADDITIVE		MODIFIER		STAB

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		G518932		155225		PPG 4588 3.35 WAYWIND (13053-74303)		X		40		ADDITIVE		FIBER		GF

		VT		MQ00809		GYLTNAT		VERTON MFX-7008 HS 		722040850		pellet 13mm,in UL prod		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		VT		PQ00010		NA1D015E		VERTON PF-1004 I UV CONC.		700751820		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		60		COMPONENT		RESIN		PA 6

		VT		PQ00010		NA1D015E		VERTON PF-1004 I UV CONC.		700751820		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00010		NA1D015E		VERTON PF-1004 I UV CONC.		700751820		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		20		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00010		NA1D015E		VERTON PF-1004 I UV CONC.		700751820		pellet 13mm		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		VT		PQ00011		BK1D691E		VERTON PF-1004 I UV BK9001 ;CONC.		700751821		in UL prod		COL		AC57		R175759		168229		Chroma NC85986 Black				1.15		PIGMENT		PIGMENT		BK

		VT		PQ00011		BK1D691E		VERTON PF-1004 I UV BK9001 ;CONC.		700751821		in UL prod		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		58.85		COMPONENT		RESIN		PA 6

		VT		PQ00011		BK1D691E		VERTON PF-1004 I UV BK9001 ;CONC.		700751821		in UL prod		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00011		BK1D691E		VERTON PF-1004 I UV BK9001 ;CONC.		700751821		in UL prod		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		20		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00015		GY3D497E		P-GY0-004-3 VERTON CONC. ;10:1		700890822		in UL prod		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		63.93		COMPONENT

		VT		PQ00015		GY3D497E		P-GY0-004-3 VERTON CONC. ;10:1		700890822		in UL prod		COL		AC57		R043337		163089		FERRO V-9400 YELLOW				8.32		PIGMENT		PIGMENT		Ni

		VT		PQ00015		GY3D497E		P-GY0-004-3 VERTON CONC. ;10:1		700890822		in UL prod		COL		AC57		R070708		168006		FERRO V-7709 BLACK (FDA)				2.77		PIGMENT		PIGMENT		CR

		VT		PQ00015		GY3D497E		P-GY0-004-3 VERTON CONC. ;10:1		700890822		in UL prod		COL		AC57		R089483		169004		SACHTOLITH L				88.63		PIGMENT		PIGMENT		ZnS

		VT		PQ00015		GY3D497E		P-GY0-004-3 VERTON CONC. ;10:1		700890822		in UL prod		COL		AC57		R60617		161650		Pigment Red 101 (Iron Oxide)				0.28		PIGMENT		PIGMENT		RD

		VT		PQ00016		GY3D498E		P-GY0-067-3 VERTON CONC. ;10:1		700890825		pellet 13mm		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		71.275		COMPONENT

		VT		PQ00016		GY3D498E		P-GY0-067-3 VERTON CONC. ;10:1		700890825		pellet 13mm		COL		AC57		F203334		153091		RHODIA NAH2PO2 MONOHYDRATE		Heat stabilizer		0.348		ADDITIVE		MODIFIER		STAB

		VT		PQ00016		GY3D498E		P-GY0-067-3 VERTON CONC. ;10:1		700890825		pellet 13mm		COL		AC57		R03503		165010		Pigment Blue 29				5.222		PIGMENT		PIGMENT		BL

		VT		PQ00016		GY3D498E		P-GY0-067-3 VERTON CONC. ;10:1		700890825		pellet 13mm		COL		AC57		R089483		169004		SACHTOLITH L				93.995		PIGMENT		PIGMENT		ZnS

		VT		PQ00016		GY3D498E		P-GY0-067-3 VERTON CONC. ;10:1		700890825		pellet 13mm		COL		AC57		R2330		168009		CARBON BLACK, MONARCH 700				0.435		PIGMENT		PIGMENT		CB

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		59.1		COMPONENT		RESIN		PA 6

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		20		COMPONENT

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		F203334		153091		RHODIA NAH2PO2 MONOHYDRATE		Heat stabilizer		0.48		ADDITIVE		MODIFIER		STAB

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		R065762		162033		Neolor Lt. Orange S				4.78		PIGMENT		PIGMENT		OR

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		R089483		169004		SACHTOLITH L				86.12		PIGMENT		PIGMENT		ZnS

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		R2330		168009		CARBON BLACK, MONARCH 700				7.18		PIGMENT		PIGMENT		CB

		VT		PQ00017		GY3D499E		P-GY0-598-3 VERTON CONC. ;20:1		700890832				COL		AC57		R8180		163220		BISMUTH VANADATE				1.44		PIGMENT		PIGMENT		YW

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		62.458		COMPONENT		RESIN		PA 6

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		20		COMPONENT

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				96.3399999326		PIGMENT		PIGMENT		ZnS

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		R163709		162115		Solvent Orange 111				1.1399999992		PIGMENT		PIGMENT		OR

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				0.6839999995		PIGMENT		PIGMENT		CB

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				0.9349999993		PIGMENT		PIGMENT		RD

		VT		PQ00022		BR2D102E		P-BN7-152-1 VERTON CONC. ;20:1		700897803				COL		AC57		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				0.9009999994		PIGMENT		PIGMENT		BL

		VT		PQ00054		WH1D026E		P-WT9-406-1 VERTON CONC. ;10:1		700899817		in UL prod		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		49.94		COMPONENT

		VT		PQ00054		WH1D026E		P-WT9-406-1 VERTON CONC. ;10:1		700899817		in UL prod		COL		AC57		F203334		153091		RHODIA NAH2PO2 MONOHYDRATE		Heat stabilizer		0.2		ADDITIVE		MODIFIER		STAB

		VT		PQ00054		WH1D026E		P-WT9-406-1 VERTON CONC. ;10:1		700899817		in UL prod		COL		AC57		R03509		165146		Copper Phthalocyanine Pigment Blue 15:1				0.014		PIGMENT		PIGMENT		BL

		VT		PQ00054		WH1D026E		P-WT9-406-1 VERTON CONC. ;10:1		700899817		in UL prod		COL		AC57		R089483		169004		SACHTOLITH L				99.68		PIGMENT		PIGMENT		ZnS

		VT		PQ00054		WH1D026E		P-WT9-406-1 VERTON CONC. ;10:1		700899817		in UL prod		COL		AC57		R112632		169050		Eastman Eastobrite OB-1 (Pulverized)				0.106		PIGMENT		PIGMENT		WH

		VT		PQ00303		GY7D642E				751470026		in UL prod		RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		25		COMPONENT

		VT		PQ00303		GY7D642E				751470026		in UL prod		RDV		EC51		168129		168129		VULCAN P BLACK				0.037		PIGMENT

		VT		PQ00303		GY7D642E				751470026		in UL prod		RDV		EC51		162046		162046		LAMBDAPLAST ORANGE LFP				0.014		PIGMENT

		VT		PQ00303		GY7D642E				751470026		in UL prod		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		50		COMPONENT

		VT		PQ00303		GY7D642E				751470026		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				24.949		PIGMENT

		VT		PQ00314		BL2D278E				751470025		in UL prod,pellet 10.8mm		RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		25		COMPONENT

		VT		PQ00314		BL2D278E				751470025		in UL prod,pellet 10.8mm		RDV		EC51		12602		165015		Pigment Blue 15:3, Heliogen K7090				6.83		PIGMENT

		VT		PQ00314		BL2D278E				751470025		in UL prod,pellet 10.8mm		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		50		COMPONENT

		VT		PQ00314		BL2D278E				751470025		in UL prod,pellet 10.8mm		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				15.9		PIGMENT

		VT		PQ00314		BL2D278E				751470025		in UL prod,pellet 10.8mm		RDV		EC51		030		164018		Pigment Green 17				2.27		PIGMENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		25		COMPONENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		168129		168129		VULCAN P BLACK				0.119		PIGMENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		166005		166005		ULTRAMARIN VIOLET12				0.055		PIGMENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		1606		162056		Solvent Orange 60				0.055		PIGMENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		50		COMPONENT

		VT		PQ00703		GY5E170				751470023				RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				24.771		PIGMENT

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		68.958		COMPONENT		RESIN		PA 6

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		2.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				80.864		PIGMENT		PIGMENT		ZnS

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				4.976		PIGMENT		PIGMENT		CB

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R332		164051		Pigment Green 7				0.814		PIGMENT		PIGMENT		BL

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				0		PIGMENT		PIGMENT		RD

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R665		161107		SOLVENT RED 135				3.393		PIGMENT		PIGMENT		RD

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R791		165160		PIGMENT BLUE 28				0		PIGMENT		PIGMENT		BL

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R8040		163030		Pigment Yellow 138				5.429		PIGMENT		PIGMENT		YW

		VT		PQ00721		GN5E382E		VERTON PF-1004 UV CONC 10:1 GN4-678-1		751020594		pellet 13mm		COL		AC57		R85		162050		Solvent Orange 60				4.524		PIGMENT		PIGMENT		OR

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		69.642		COMPONENT		RESIN		PA 6

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		2.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				67.4184830013		PIGMENT		PIGMENT		ZnS

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				1.838689		PIGMENT		PIGMENT		CB

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R411		167306		ZINC FERRITE TAN 10				24.5158120005		PIGMENT		PIGMENT		TN

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R412		167307		MAGNESIUM FERRITE TAN 20				0.24515812		PIGMENT		PIGMENT		TN

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R60617		161650		Pigment Red 101 (Iron Oxide)				2.8193183801		PIGMENT		PIGMENT		RD

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R791		165160		PIGMENT BLUE 28				0.024515812		PIGMENT		PIGMENT		BL

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R8040		163030		Pigment Yellow 138				1.789654276		PIGMENT		PIGMENT		YW

		VT		PQ00722		BR5E171E		VERTON PF-1004 UV CONC 10:1 BN7-345-1		751020595		pellet 13mm		COL		AC57		R85		162050		Solvent Orange 60				1.34836966		PIGMENT		PIGMENT		OR

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		41.495		COMPONENT		RESIN		PA 6

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		30		COMPONENT

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.702		ADDITIVE		LUBRICANT		EBS

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		F203334		153091		RHODIA NAH2PO2 MONOHYDRATE		Heat stabilizer		0.351		ADDITIVE		MODIFIER		STAB

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R03503		165010		Pigment Blue 29				3.157		PIGMENT		PIGMENT		BL

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R0621		161013		CERIUM SULFIDE RED PIGMENT (PR265)				0.421		PIGMENT		PIGMENT		RD

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R06212		162013		Pigment Orange 75 (Global Master)				1.403		PIGMENT		PIGMENT		OR

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R089483		169004		SACHTOLITH L				92.616		PIGMENT		PIGMENT		ZnS

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R202		168100		CARBON BLACK,MEDIUM COLOR BEADS				1.087		PIGMENT		PIGMENT		CB

		VT		PQ00726		GY01114E		P-GY0-111-4 VERTON CONC. ;20:1		700890837		in UL prod		COL		AC57		R8040		163030		Pigment Yellow 138				0.263		PIGMENT		PIGMENT		YW

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		41.529		COMPONENT		RESIN		PA 6

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		30		COMPONENT

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		1.054		ADDITIVE		LUBRICANT		EBS

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		R0782		168107		High color beaded FDA furnace black				0.222		PIGMENT		PIGMENT		BK

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				96.94		PIGMENT		PIGMENT		ZnS

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				0.516		PIGMENT		PIGMENT		RD

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		R791		165160		PIGMENT BLUE 28				0.025		PIGMENT		PIGMENT		BL

		VT		PQ00727		GY6E213E		P-GY0-280-4 / GY6E213 ;VERTON CONC 20:1		700897809		pellet 13mm		COL		AC57		R8048		167011		PIGMENT BROWN 24				1.243		PIGMENT		PIGMENT		YW

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		71.577		COMPONENT		RESIN		PA 6

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		2.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				70.7111247884		PIGMENT		PIGMENT		ZnS

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				2.314188		PIGMENT		PIGMENT		CB

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R332		164051		Pigment Green 7				0.4017677545		PIGMENT		PIGMENT		BL

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R411		167306		ZINC FERRITE TAN 10				17.2760134426		PIGMENT		PIGMENT		TN

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R412		167307		MAGNESIUM FERRITE TAN 20				6.0265163172		PIGMENT		PIGMENT		TN

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				2.4507833023		PIGMENT		PIGMENT		RD

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R60617		161650		Pigment Red 101 (Iron Oxide)				0.3214142036		PIGMENT		PIGMENT		RD

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R814		163062		CI PIGMENT YELLOW 53				0.2008838772		PIGMENT		PIGMENT		Ni

		VT		PQ00731		BR5F011E		VERTON PF-1004 UV CONC 10:1 BN7-354-1		751020597		pellet 13mm		COL		AC57		R85		162050		Solvent Orange 60				0.2973081383		PIGMENT		PIGMENT		OR

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		73.665		COMPONENT		RESIN		PA 6

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		2.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R0621		161013		CERIUM SULFIDE RED PIGMENT (PR265)				13.5429262435		PIGMENT		PIGMENT		RD

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				62.8778718447		PIGMENT		PIGMENT		ZnS

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				5.5622732786		PIGMENT		PIGMENT		CB

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R332		164051		Pigment Green 7				2.1765417177		PIGMENT		PIGMENT		BL

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				2.4183796863		PIGMENT		PIGMENT		RD

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R8040		163030		Pigment Yellow 138				12.0918984317		PIGMENT		PIGMENT		YW

		VT		PQ00732		GN5F008E		VERTON PF-1004 UV CONC 10:1 GN4-686-1		751020598		pellet 13mm		COL		AC57		R85		162050		Solvent Orange 60				1.3301088275		PIGMENT		PIGMENT		OR

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		70.699		COMPONENT		RESIN		PA 6

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		9Q00926_NA1BLND.COL				MILLED TYPE 6		X		15		COMPONENT

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				90.893		PIGMENT		PIGMENT		ZnS

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R123091		165004		[ Pigment Violet 23]				0.7		PIGMENT		PIGMENT		VI

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R203		168007		PIGMENT CARBON BLACK,MEDIUM COLOR POWDER				4.48		PIGMENT		PIGMENT		CB

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R63		161105		Solvent Red 52				1.47		PIGMENT		PIGMENT		RD

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R7100		165245		Copper Phthalocyanine Pigment Blue 15:4				2.45		PIGMENT		PIGMENT		BL

		VT		PQ00734		GY3F059E		P-GY0-455-4 VERTON CNC 20:1PQ00734-GY3F059E		700890838		in UL prod,pellet 13mm		COL		AC57		R814		163062		CI PIGMENT YELLOW 53				0.007		PIGMENT		PIGMENT		Ni

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		68.11		COMPONENT		RESIN		PA 6

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		4.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				36.411		PIGMENT		PIGMENT		ZnS

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		R162897		162130		Pigment Orange 64				25.488		PIGMENT		PIGMENT		OR

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		R163136		162051		Solvent Orange 62				1.04		PIGMENT		PIGMENT		OR

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		R665		161107		SOLVENT RED 135				17.555		PIGMENT		PIGMENT		RD

		VT		PQ00739		OR3G008E		VERTON PF-1004 UV CONC 20:1 OR2-852		751020600		pellet 13mm		COL		AC57		R85		162050		Solvent Orange 60				19.506		PIGMENT		PIGMENT		OR

		VT		PQ00740		WH4G040E		VERTON PF-1004 UV CONC 20:1 WH4G040E		751020601		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		43.77		COMPONENT		RESIN		PA 6

		VT		PQ00740		WH4G040E		VERTON PF-1004 UV CONC 20:1 WH4G040E		751020601		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00740		WH4G040E		VERTON PF-1004 UV CONC 20:1 WH4G040E		751020601		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		4.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00740		WH4G040E		VERTON PF-1004 UV CONC 20:1 WH4G040E		751020601		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				99.906		PIGMENT		PIGMENT		ZnS

		VT		PQ00740		WH4G040E		VERTON PF-1004 UV CONC 20:1 WH4G040E		751020601		pellet 13mm		COL		AC57		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				0.094		PIGMENT		PIGMENT		BL

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		55.78		COMPONENT		RESIN		PA 6

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		4.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		R030		164138		Pigment Green 17				0.5		PIGMENT		PIGMENT		GR

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				59.94		PIGMENT		PIGMENT		ZnS

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		R60617		161650		Pigment Red 101 (Iron Oxide)				0.599		PIGMENT		PIGMENT		RD

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		R7100		165245		Copper Phthalocyanine Pigment Blue 15:4				7.992		PIGMENT		PIGMENT		BL

		VT		PQ00742		BL3G085E		VERTON PF-1004 UV CONC 20:1 BL3G085		751020603		pellet 13mm		COL		AC57		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				30.969		PIGMENT		PIGMENT		BL

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		71.53		COMPONENT		RESIN		PA 6

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		G5000		141049		fiberglass		Short GF		20		ADDITIVE		FIBER		GF

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		F238767		153069		BASF CHIMMASORB 944 FDL		X		4.2		ADDITIVE		MODIFIER		UV STAB

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R112		169011		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				39.812		PIGMENT		PIGMENT		ZnS

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R1488		163038		Solvent Yellow 188				4.684		PIGMENT		PIGMENT		YW

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R163136		162051		Solvent Orange 62				11.71		PIGMENT		PIGMENT		OR

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R163709		162115		Solvent Orange 111				37.471		PIGMENT		PIGMENT		OR

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R60617		161650		Pigment Red 101 (Iron Oxide)				0.234		PIGMENT		PIGMENT		RD

		VT		PQ00744		OR3G009E		VERTON PF-1004 UV CONC 20:1 OR2-856		751020604		pellet 13mm		COL		AC57		R791		165160		PIGMENT BLUE 28				6.089		PIGMENT		PIGMENT		BL

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		G518932		155225		PPG 4588 3.35 WAYWIND (13053-74303)		X		60		ADDITIVE		FIBER		GF

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		9Q00907_BK1BLND.COL				VERTON R-HS (SPECIAL) ;BK9001 60% GF MIX		Verton				COMPONENT

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		R175759		168229		Chroma NC85986 Black				1.15		PIGMENT		PIGMENT		BK

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		F294047		151027		PolyAd Sabic LC #2		Processing aid		0.4		ADDITIVE		MODIFIER		HEAT STAB

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.1		ADDITIVE		LUBRICANT		EBS

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		L896225		125875		INVISTA TORZEN U4800		PA 6/6		37.95		COMPONENT		RESIN		PA 66

		VT		RQ00032		BK3D024E		VERTON RF-700-12 HS I ;BK9001		753060810		in UL prod,pellet 13mm		COL		AC57		9Q00943_NA1BLND.COL				GROUND R-EM 90:10 BACKFLOW		X		0.4		COMPONENT

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		G518932		155225		PPG 4588 3.35 WAYWIND (13053-74303)		X		60		ADDITIVE		FIBER		GF

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		9Q00904_NA1BLND.COL				VERTON R-HS (SPECIAL) 60% ;GF MIX		Verton				COMPONENT

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		F294047		151027		PolyAd Sabic LC #2		Processing aid		0.46		ADDITIVE		MODIFIER		HEAT STAB

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.08		ADDITIVE		LUBRICANT		EBS

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		L896225		125875		INVISTA TORZEN U4800		PA 6/6		39.46		COMPONENT		RESIN		PA 66

		VT		RQ00033		NA1D016E		VERTON RF-700-12 HS I		753060851		in UL prod,pellet 13mm		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		VT		RQ00244		NA3D003E		PDX-R-02041 NAT		753202041				THO		EP52		155300		155300		TWARON 2200 3220DTEX		X		40		ADDITIVE

		VT		RQ00244		NA3D003E		PDX-R-02041 NAT		753202041				THO		EP52		125878		125878		U4803-NC01		X		60		COMPONENT

		VT		RQ00244		NA3D003E		PDX-R-02041 NAT		753202041				THO		EP52		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		VT		UQ00008		BK1D690E		VERTON U-HS BLACK CONC.		700600908		in UL prod,NSF		COL		AC57		R070721		168051		NC 8218A BK CONC.		PA 6/6 super tough		13.5		PIGMENT		PIGMENT		BK

		VT		UQ00008		BK1D690E		VERTON U-HS BLACK CONC.		700600908		in UL prod,NSF		COL		AC57		F213334		151025		BASF 201 IODIDE STABILIZER		Heat stabilizer		20		ADDITIVE		MODIFIER		HEAT STAB

		VT		UQ00008		BK1D690E		VERTON U-HS BLACK CONC.		700600908		in UL prod,NSF		COL		AC57		C831959		125470		DUPONT ZYTEL HTN 501 NC010R		HTN		66.5		COMPONENT		RESIN		PA CO-P

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000504		pellet 13mm		COL		AC57		R19470		168143		Ampacet 19470				0.5		PIGMENT		MODIFIER		BK

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000504		pellet 13mm		COL		AC57		F613350		129323		ADDIVANT ROYALTUF 485		Impact Modifier - EPDM		20		ADDITIVE		MODIFIER		RUBBER

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000504		pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.4		ADDITIVE		LUBRICANT		EBS

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000504		pellet 13mm		COL		AC57		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		79.1		COMPONENT		RESIN		PA 6/6

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000503		pellet 13mm		COL		AC57		F613350		129323		ADDIVANT ROYALTUF 485		Impact Modifier - EPDM		20		ADDITIVE		MODIFIER		RUBBER

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000503		pellet 13mm		COL		AC57		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.4		ADDITIVE		LUBRICANT		EBS

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000503		pellet 13mm		COL		AC57		L896225		125875		INVISTA TORZEN U4800		PA 6/6		79.6		COMPONENT		RESIN		PA 66

		VT		VQ00035		BK3D023E, NA8E062E		VERTON V-1000 I BK8-114		757000503		pellet 13mm		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TT		VQ00034		NA1D014E		THERMOTUF V-1000 I		757000003		in UL prod,F		COL, SLP		AC57,AC67		L896225		125875		INVISTA TORZEN U4800		PA 6/6		79.6		COMPONENT		RESIN		PA 66

		TT		VQ00034		NA1D014E		THERMOTUF V-1000 I		757000003		in UL prod,F		COL, SLP		AC57,AC67		F613350		129323		ADDIVANT ROYALTUF 485		Impact Modifier - EPDM		20		ADDITIVE		MODIFIER		RUBBER

		TT		VQ00034		NA1D014E		THERMOTUF V-1000 I		757000003		in UL prod,F		COL, SLP		AC57,AC67		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		0.4		ADDITIVE		LUBRICANT		EBS

		TT		VQ00034		NA1D014E		THERMOTUF V-1000 I		757000003		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00305		GY1BLND		PRB-GYO-072-5		910000163		blend		RDV		EC51		9Q00966_NA1BLND.RDV				MILLED ULTRASON S-2010		PSUL		99.423		COMPONENT

		TC		9Q00305		GY1BLND		PRB-GYO-072-5		910000163		blend		RDV		EC51		168165		168165		PEARLS 4350				0.033		PIGMENT

		TC		9Q00305		GY1BLND		PRB-GYO-072-5		910000163		blend		RDV		EC51		139		164051		Pigment Green 7				0.017		PIGMENT

		TC		9Q00305		GY1BLND		PRB-GYO-072-5		910000163		blend		RDV		EC51		026		165045		Pigment blue 28				0.527		PIGMENT

		TC		9Q00501		GY1BLND		PRB-DC-1002 EM FR GREY		910000045		in UL prod,blend		RDV		EC51		NORESIN				NORESIN		X		100		NORESIN

		TC		9Q00501		GY1BLND		PRB-DC-1002 EM FR GREY		910000045		in UL prod,blend		RDV		EC51		0895		169053		Coated Titanium Dioxide				84.291		PIGMENT

		TC		9Q00501		GY1BLND		PRB-DC-1002 EM FR GREY		910000045		in UL prod,blend		RDV		EC51		0617		161078		Bayferrox 110MPL				1.724		PIGMENT

		TC		9Q00501		GY1BLND		PRB-DC-1002 EM FR GREY		910000045		in UL prod,blend		RDV		EC51		060		161124		Pigment Red 101				1.533		PIGMENT

		TC		9Q00501		GY1BLND		PRB-DC-1002 EM FR GREY		910000045		in UL prod,blend		RDV		EC51		048		167011		Pigment Brown 24				12.452		PIGMENT

		TC		9Q00502		GY1BLND		PRB-DFL-4032 GREY		910000135		in UL prod,blend		RDV		EC51		33902		610030		Hero-Lub 30		X		94.504		ADDITIVE

		TC		9Q00502		GY1BLND		PRB-DFL-4032 GREY		910000135		in UL prod,blend		RDV		EC51		168145		168145		36E22 BLACK				0.225		PIGMENT

		TC		9Q00502		GY1BLND		PRB-DFL-4032 GREY		910000135		in UL prod,blend		RDV		EC51		0895		169053		Coated Titanium Dioxide				5.035		PIGMENT

		TC		9Q00502		GY1BLND		PRB-DFL-4032 GREY		910000135		in UL prod,blend		RDV		EC51		048		167011		Pigment Brown 24				0.236		PIGMENT

		TC		9Q00502		GY1BLND		PRB-DFL-4032 GREY		910000135		in UL prod,blend		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		33902		610030		Hero-Lub 30		X		89.933		ADDITIVE

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		168145		168145		36E22 BLACK				0.016		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		1327		164026		Solvent green 28				0.016		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		0895		169053		Coated Titanium Dioxide				9.615		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		0617		161078		Bayferrox 110MPL				0.042		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		040		163062		Pigment Yellow 53				0.162		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		0211		165051		Pigment Blue 29				0.216		PIGMENT

		TC		9Q00505		GY1BLND		PRBDL4030-GY02915		910000344		in UL prod,blend		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00703		GY1BLND		VALOX 315G/GY0-604-3 BLEND		700601017		blend,HC		COL, SLP		AC57,AC67		C631		125752		PBT 315 FINE GRINDS		PBT		70.9		COMPONENT		RESIN		PBT

		TC		9Q00703		GY1BLND		VALOX 315G/GY0-604-3 BLEND		700601017		blend,HC		COL, SLP		AC57,AC67		R10834		169075		Bright White Ti02 PIGMENT				84.656		PIGMENT		PIGMENT		WH

		TC		9Q00703		GY1BLND		VALOX 315G/GY0-604-3 BLEND		700601017		blend,HC		COL, SLP		AC57,AC67		R140204		163015		PV FAST YELLOW HGR (FDA) (CLARIANT)				4.233		PIGMENT		PIGMENT		YW

		TC		9Q00703		GY1BLND		VALOX 315G/GY0-604-3 BLEND		700601017		blend,HC		COL, SLP		AC57,AC67		R60600		161665		Pigment Red 101 (DARK RED IRON OXIDE)				11.111		PIGMENT		PIGMENT		RD

		TC		9Q00707		BL1BLND		PRB165103		910000350		blend		RDV		EC51		9105		123626		PC 105		PC		99.5		COMPONENT

		TC		9Q00707		BL1BLND		PRB165103		910000350		blend		RDV		EC51		165103		165103		SUNFAST VIOLET 246-0505				0.5		PIGMENT

		TC		9Q00856		BK1BLND				921000238		in UL prod,blend		RDV		EC51		153006		153006		MICRODOL 1		X		95		COMPONENT

		TC		9Q00856		BK1BLND				921000238		in UL prod,blend		RDV		EC51		070		168027		Pigment Black 7				5		PIGMENT

		TC		9Q00859		1H1BLND		1090P/ACRAWAX/NFX BLEND		700601024		blend,HC		COL, SLP		AC57,AC67		F537937		153046		POLAR MINERALS 1090P BLANC FIXE BASO4		BaSO4		97.087		ADDITIVE		MODIFIER		BaSO4

		TC		9Q00859		1H1BLND		1090P/ACRAWAX/NFX BLEND		700601024		blend,HC		COL, SLP		AC57,AC67		F203334		153091		RHODIA NAH2PO2 MONOHYDRATE		Heat stabilizer		0.971		ADDITIVE		MODIFIER		STAB

		TC		9Q00859		1H1BLND		1090P/ACRAWAX/NFX BLEND		700601024		blend,HC		COL, SLP		AC57,AC67		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent EBS		1.942		ADDITIVE		LUBRICANT		EBS

		TC		9Q00859		1H1BLND		1090P/ACRAWAX/NFX BLEND		700601024		blend,HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00865		NA1BLND		ULTRANOX 626/IRGANOX 1010 ;BLEND		700601003		blend		COL, SLP		AC57,AC67		F6820		153070		PHOSPHITE STABILIZER		Heat stabilizer		50		ADDITIVE		MODIFIER		STAB

		TC		9Q00865		NA1BLND		ULTRANOX 626/IRGANOX 1010 ;BLEND		700601003		blend		COL, SLP		AC57,AC67		F174		153077		HINDERED PHENOL STABILIZER		Heat stabilizer		50		ADDITIVE		MODIFIER		STAB

		TC		9Q00865		NA1BLND		ULTRANOX 626/IRGANOX 1010 ;BLEND		700601003		blend		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00926		NA1BLND		MILLED TYPE 6		795600001		in UL prod		COL, SLP		AC57,AC67		L836413		125182		AEGIS H8202 Nylon 6 Resin		PA 6		100		COMPONENT		RESIN		PA 6

		TC		9Q00926		NA1BLND		MILLED TYPE 6		795600001		in UL prod		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00929		NA1BLND		MILLED ZYTEL 151		795612001				COL, SLP		AC57,AC67		L830057		125410		DUPONT ZYTEL 151 6/12 NC010		PA 6/12		100		COMPONENT		RESIN		PA 6/12

		TC		9Q00929		NA1BLND		MILLED ZYTEL 151		795612001				COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00930		NA1BLND		MILLED TYPE 12		795620001		F		COL, SLP		AC57,AC67		L830079		125607		DEGUSSA VESTAMID L-1700 NYLON 12		PA 12		100		COMPONENT		RESIN		PA 12

		TC		9Q00930		NA1BLND		MILLED TYPE 12		795620001		F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00932		NA1BLND		MILLED GE VALOX 305		795625006		in UL prod,HC		COL, SLP		AC57,AC67		C928976		125748		SABIC IP VALOX 305-1001		PBT		100		COMPONENT		RESIN		PBT

		TC		9Q00932		NA1BLND		MILLED GE VALOX 305		795625006		in UL prod,HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00933		NA1BLND		MILLED TYPE 6/6 (VYDYNE 50 ;BW)		795660001		in UL prod,HC		COL, SLP		AC57,AC67		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		100		COMPONENT		RESIN		PA 6/6

		TC		9Q00933		NA1BLND		MILLED TYPE 6/6 (VYDYNE 50 ;BW)		795660001		in UL prod,HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00934		NA1BLND		MILLED PETROTHENE NA831000 ;LDPE		795721003				COL, SLP		AC57,AC67		F853392		122161		EQUISTAR PETROTHENE NA831000		PE		100		COMPONENT		MODIFIER		PE

		TC		9Q00934		NA1BLND		MILLED PETROTHENE NA831000 ;LDPE		795721003				COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00936		NA1BLND		MILLED FUSABOND MB226D		795721006				COL, SLP		AC57,AC67		F643391		122178		DUPONT FUSABOND E226 (FORMERLY E MB226DE)		Coupling agent PE MAL		100		COMPONENT		MODIFIER		PE MAL

		TC		9Q00938		NA1BLND		MILLED HUNTSMAN PP P4G8Z- ;080		795722010		in UL prod		COL, SLP		AC57,AC67		L850046		122254		FLINT HILLS P9G8Z-036		PP Copo		100		COMPONENT		RESIN		PP

		TC		9Q00938		NA1BLND		MILLED HUNTSMAN PP P4G8Z- ;080		795722010		in UL prod		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00941		NA1BLND		MILLED HYTREL 5556		795736002		in UL prod,F		COL, SLP		AC57,AC67		L970002		125755		DUPONT HYTREL 5556		Polyester Elastomer		100		COMPONENT		RESIN		TPC-ET

		TC		9Q00941		NA1BLND		MILLED HYTREL 5556		795736002		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00950H		NA1BLND		MAKROLON 5308/4518 BAS04 ;BLEND		700601031		blend,FDA		COL, SLP		AC57,AC67		L910009		123236		BAYER MAKROLON 5308 000000		PC		62.5		COMPONENT		RESIN		PC

		TC		9Q00950H		NA1BLND		MAKROLON 5308/4518 BAS04 ;BLEND		700601031		blend,FDA		COL, SLP		AC57,AC67		F537935		153039		MALL. 4518 USP BAS04		X		37.5		ADDITIVE		MODIFIER		BaSO4

		TC		9Q00950H		NA1BLND		MAKROLON 5308/4518 BAS04 ;BLEND		700601031		blend,FDA		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00958H		8H1BLND		1090P/WT9-554-1 HC ;(8H9D432) PREBLEND		700601032		blend,HC		COL, SLP		AC57,AC67		F537937		153046		POLAR MINERALS 1090P BLANC FIXE BASO4		X		67.455		ADDITIVE		MODIFIER		BaSO4

		TC		9Q00958H		8H1BLND		1090P/WT9-554-1 HC ;(8H9D432) PREBLEND		700601032		blend,HC		COL, SLP		AC57,AC67		R107C		169025		COATED TIO2				99.486		PIGMENT		PIGMENT		WH

		TC		9Q00958H		8H1BLND		1090P/WT9-554-1 HC ;(8H9D432) PREBLEND		700601032		blend,HC		COL, SLP		AC57,AC67		R721		165018		PIGMENT BLUE 29:77007,SODIUM ALUMINO				0.497		PIGMENT		PIGMENT		BL

		TC		9Q00958H		8H1BLND		1090P/WT9-554-1 HC ;(8H9D432) PREBLEND		700601032		blend,HC		COL, SLP		AC57,AC67		R8048		167011		PIGMENT BROWN 24				0.017		PIGMENT		PIGMENT		YW

		TC		9Q00959		RD1BLND				910000239		in UL prod,blend		RDV		EC51		9Q00968_NA1BLND.RDV				MILLED PA6 LV		X		99		COMPONENT

		TC		9Q00959		RD1BLND				910000239		in UL prod,blend		RDV		EC51		0617		161078		Bayferrox 110MPL				1		PIGMENT

		TC		9Q00960		WH1BLND				910000370		in UL prod,blend		RDV		EC51		RQ00727_WH9E671E.RDV				RQ00727-WH9E671E		X		71.99		COMPONENT

		TC		9Q00960		WH1BLND				910000370		in UL prod,blend		RDV		EC51		08421		169121		Pigment White 7 MB PA				28.01		PIGMENT

		TC		9Q00965		NA1BLND		MILLED PP		997000001		in UL prod,in KTW_APP prod,NSF_APP		RDV		EC51		122235		122235		100-GA04		PP Homo from Ineos		100		COMPONENT

		TC		9Q00965		NA1BLND		MILLED PP		997000001		in UL prod,in KTW_APP prod,NSF_APP		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00966		NA1BLND		MILLED PSU		997000002		in UL prod,in FDA prod		RDV		EC51		123120		123120		ULTRASON S-2010 NAT		PSUL		100		COMPONENT

		TC		9Q00966		NA1BLND		MILLED PSU		997000002		in UL prod,in FDA prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00967		NA1BLND		MILLED POM		997000003		in UL prod		RDV		EC51		124107		124107		POM HOSTAFORM C9021		POM Copo		100		COMPONENT

		TC		9Q00967		NA1BLND		MILLED POM		997000003		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00968		NA1BLND		MILLED PA6 LV		997000004		in UL prod,in HC prod		RDV		EC51		125167		125167		RADIPOL S24		PA 6		100		COMPONENT

		TC		9Q00968		NA1BLND		MILLED PA6 LV		997000004		in UL prod,in HC prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00969		NA1BLND		MILLED PA6		997000005		in UL prod		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		100		COMPONENT

		TC		9Q00969		NA1BLND		MILLED PA6		997000005		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00970		NA1BLND		MILLED PA66 HS		997000006		in UL prod		RDV		EC51		125870		125870		STABAMID 26JE1		X		100		COMPONENT

		TC		9Q00970		NA1BLND		MILLED PA66 HS		997000006		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00971		NA1BLND		MILLED PPA		997000007		in UL prod,in KTW prod		RDV		EC51		125462		125462		AMODEL A 1006		PPA		100		COMPONENT

		TC		9Q00971		NA1BLND		MILLED PPA		997000007		in UL prod,in KTW prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00972		NA1BLND		MILLED PA11		997000008		in WRAS prod		RDV		EC51		125534		125534		RILSAN BESVO A FDA		PA 11		100		COMPONENT

		TC		9Q00972		NA1BLND		MILLED PA11		997000008		in WRAS prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00973		NA1BLND		MILLED PBT MVR20		997000009		in UL prod,in MED_APP prod,in HC prod,in FDA prod,GMP		RDV		EC51		9218		125714		PBT 325F-1001		PBT		100		COMPONENT

		TC		9Q00973		NA1BLND		MILLED PBT MVR20		997000009		in UL prod,in MED_APP prod,in HC prod,in FDA prod,GMP		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00974		NA1BLND		MILLED PBT MVR10		997000010		in MED_APP prod,in HC prod,in FDA prod,GMP		RDV		EC51		9225		125697		PBT high IV		PBT		100		COMPONENT

		TC		9Q00974		NA1BLND		MILLED PBT MVR10		997000010		in MED_APP prod,in HC prod,in FDA prod,GMP		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00975		NA1BLND		MILLED PA66		997000011		in UL prod		RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		100		COMPONENT

		TC		9Q00975		NA1BLND		MILLED PA66		997000011		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00976		NA1BLND		MILLED PET		997000012		in UL prod		RDV		EC51		125877		125877		PET medium IV		X		100		COMPONENT

		TC		9Q00976		NA1BLND		MILLED PET		997000012		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		9Q00977		NA1BLND		MILLED PES		997000013				RDV		EC51		126200		126200		ULTRASON E 2010 NAT		PES		100		COMPONENT

		TC		9Q00986		GN1BLND				910000372		in UL prod,blend		RDV		EC51		159017		159017		TALC OXO		Talc		99		ADDITIVE

		TC		9Q00986		GN1BLND				910000372		in UL prod,blend		RDV		EC51		132		164140		Solvent Green 3				1		PIGMENT

		TC		9Q00986		GN1BLND				910000372		in UL prod,blend		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		AQ00200		GY1D586E		PRC-AS1002-GY00575		711470002				RDV		EC51		168145		168145		36E22 BLACK				4.11		PIGMENT

		TC		AQ00200		GY1D586E		PRC-AS1002-GY00575		711470002				RDV		EC51		139		164051		Pigment Green 7				0.148		PIGMENT

		TC		AQ00200		GY1D586E		PRC-AS1002-GY00575		711470002				RDV		EC51		121266		121266		MG47-NA1000		ABS		89.992		COMPONENT

		TC		AQ00200		GY1D586E		PRC-AS1002-GY00575		711470002				RDV		EC51		0895		169053		Coated Titanium Dioxide				1.46		PIGMENT

		TC		AQ00200		GY1D586E		PRC-AS1002-GY00575		711470002				RDV		EC51		0211		165051		Pigment Blue 29				4.29		PIGMENT

		TC		AQ00201		BL1D276E		PRC-ACLEAR-BL51295		711470007				RDV		EC51		168145		168145		36E22 BLACK				0.35		PIGMENT

		TC		AQ00201		BL1D276E		PRC-ACLEAR-BL51295		711470007				RDV		EC51		121172		121172		TERLUX 2812 TR		ABS - transparent		98.2		COMPONENT

		TC		AQ00201		BL1D276E		PRC-ACLEAR-BL51295		711470007				RDV		EC51		060		161124		Pigment Red 101				0.2		PIGMENT

		TC		AQ00201		BL1D276E		PRC-ACLEAR-BL51295		711470007				RDV		EC51		0211		165051		Pigment Blue 29				1.25		PIGMENT

		TC		AQ00210		BL3D259E		PRCACLEAR		711470015				RDV		EC51		121172		121172		TERLUX 2812 TR		ABS - transparent		98.6		COMPONENT

		TC		AQ00210		BL3D259E		PRCACLEAR		711470015				RDV		EC51		0211		165051		Pigment Blue 29				1.4		PIGMENT

		TC		AQ00216		YW6E002E				711470018		in UL prod		RDV		EC51		142		163171		Pigment Yellow 180				5.455		PIGMENT

		TC		AQ00216		YW6E002E				711470018		in UL prod		RDV		EC51		121188		121188		NOVODUR P2M/AT 000000		ABS		80		COMPONENT

		TC		AQ00216		YW6E002E				711470018		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				1.818		PIGMENT

		TC		AQ00216		YW6E002E				711470018		in UL prod		RDV		EC51		040		163062		Pigment Yellow 53				12.727		PIGMENT

		TC		DQ00001		NA1D024E		RX-D-00433		700132010		in UL prod,F		COL, SLP		AC57,AC67		F6620		153736		RDP FLAME RETARDANT		FR - NonHalo, RDP		3		ADDITIVE		FIRE RETARDANT		RDP

		TC		DQ00001		NA1D024E		RX-D-00433		700132010		in UL prod,F		COL, SLP		AC57,AC67		F6265		153726		BC-52 FLAME RETARDANT		FR Br		20		ADDITIVE		FIRE RETARDANT		RDP

		TC		DQ00001		NA1D024E		RX-D-00433		700132010		in UL prod,F		COL, SLP		AC57,AC67		C916185		123636		SABIC IP LEXAN PK2870-111		PC		38.5		COMPONENT		RESIN		PC

		TC		DQ00001		NA1D024E		RX-D-00433		700132010		in UL prod,F		COL, SLP		AC57,AC67		C00833		123251		POLYCARBONATE 104		PC		38.5		COMPONENT		RESIN		PC

		TC		DQ00001		NA1D024E		RX-D-00433		700132010		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		9105		123626		PC 105		PC		2		COMPONENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		178006		178006		SPECIAL BRIGHTNER KSN				0.16		PIGMENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		123621		123621		EXL9330-NA1B013		X		57.496		COMPONENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		0895		169053		Coated Titanium Dioxide				40		PIGMENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		0617		161078		Bayferrox 110MPL				0.024		PIGMENT

		TC		DQ00211		WH9D564E		PRCDS1003FRHI-WT91275		732470017				RDV		EC51		048		167011		Pigment Brown 24				0.32		PIGMENT

		TC		DQ00213		GY2D515E		PRCDS1003FRHIS-GY02775		732470013		in UL prod		RDV		EC51		168145		168145		36E22 BLACK				4.95		PIGMENT

		TC		DQ00213		GY2D515E		PRCDS1003FRHIS-GY02775		732470013		in UL prod		RDV		EC51		123621		123621		EXL9330-NA1B013		X		75		COMPONENT

		TC		DQ00213		GY2D515E		PRCDS1003FRHIS-GY02775		732470013		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				13.615		PIGMENT

		TC		DQ00213		GY2D515E		PRCDS1003FRHIS-GY02775		732470013		in UL prod		RDV		EC51		060		161124		Pigment Red 101				1.98		PIGMENT

		TC		DQ00213		GY2D515E		PRCDS1003FRHIS-GY02775		732470013		in UL prod		RDV		EC51		048		167011		Pigment Brown 24				4.455		PIGMENT

		TC		DQ00215		OR1D007E		PRCDS1003FRHI-OR20635		732470018				RDV		EC51		9105		123626		PC 105		PC		2		COMPONENT

		TC		DQ00215		OR1D007E		PRCDS1003FRHI-OR20635		732470018				RDV		EC51		165		161040		Solvent Red 135				0.105		PIGMENT

		TC		DQ00215		OR1D007E		PRCDS1003FRHI-OR20635		732470018				RDV		EC51		162026		162026		DAYGLO D315 MARIGOLD ORANGE				3.93		PIGMENT

		TC		DQ00215		OR1D007E		PRCDS1003FRHI-OR20635		732470018				RDV		EC51		123621		123621		EXL9330-NA1B013		X		73.001		COMPONENT

		TC		DQ00215		OR1D007E		PRCDS1003FRHI-OR20635		732470018				RDV		EC51		0895		169053		Coated Titanium Dioxide				20.964		PIGMENT

		TC		DQ00687		RD2D205E				732470034				RDV		EC51		9105		123626		PC 105		PC		2		COMPONENT

		TC		DQ00687		RD2D205E				732470034				RDV		EC51		165		161040		Solvent Red 135				12.538		PIGMENT

		TC		DQ00687		RD2D205E				732470034				RDV		EC51		1606		162056		Solvent Orange 60				4.162		PIGMENT

		TC		DQ00687		RD2D205E				732470034				RDV		EC51		123621		123621		EXL9330-NA1B013		X		63.747		COMPONENT

		TC		DQ00687		RD2D205E				732470034				RDV		EC51		0895		169053		Coated Titanium Dioxide				17.553		PIGMENT

		TC		DQ00702		BL4E002E				732470042		in UL prod		RDV		EC51		9105		123626		PC 105		PC		5		COMPONENT

		TC		DQ00702		BL4E002E				732470042		in UL prod		RDV		EC51		165177		165177		VIOLET 11 ULTRAMARIN				9.032		PIGMENT

		TC		DQ00702		BL4E002E				732470042		in UL prod		RDV		EC51		12602		165015		Pigment Blue 15:3, Heliogen K7090				3.387		PIGMENT

		TC		DQ00702		BL4E002E				732470042		in UL prod		RDV		EC51		123215		123215		LEXAN 101-R-111		PC		60.781		COMPONENT

		TC		DQ00702		BL4E002E				732470042		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				21.8		PIGMENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		9105		123626		PC 105		PC		2		COMPONENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		162		161115		Solvent Red 52				0.08		PIGMENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		12602		165015		Pigment Blue 15:3, Heliogen K7090				1.595		PIGMENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		123621		123621		EXL9330-NA1B013		X		78.925		COMPONENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		1231		165053		Copper Phthalocyanine Pigment Blue 15:1				1.2		PIGMENT

		TC		DQ00704		BL4E027E				732470030				RDV		EC51		0895		169053		Coated Titanium Dioxide				16.2		PIGMENT

		TC		DQ00725		NA1BLND		MILLED DOW CALIBRE 2061-15 ;030003 NAT		795732003		HC		COL, SLP		AC57,AC67		L910012		123313		DOW CALIBRE 2061-15 030003 NAT		PC		100		COMPONENT		RESIN		PC

		TC		DQ00725		NA1BLND		MILLED DOW CALIBRE 2061-15 ;030003 NAT		795732003		HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		DQ00728		YW8E057E				732470070				RDV		EC51		9105		123626		PC 105		PC		10		COMPONENT

		TC		DQ00728		YW8E057E				732470070				RDV		EC51		147		163114		Solvent Yellow 163				2.764		PIGMENT

		TC		DQ00728		YW8E057E				732470070				RDV		EC51		1459		163059		Solvent Yellow 104				2.764		PIGMENT

		TC		DQ00728		YW8E057E				732470070				RDV		EC51		123621		123621		EXL9330-NA1B013		X		55		COMPONENT

		TC		DQ00728		YW8E057E				732470070				RDV		EC51		0895		169053		Coated Titanium Dioxide				29.472		PIGMENT

		TC		DQ00729		GY8E585E				732470058		in UL prod		RDV		EC51		165		161040		Solvent Red 135				0.041		PIGMENT

		TC		DQ00729		GY8E585E				732470058		in UL prod		RDV		EC51		123621		123621		EXL9330-NA1B013		X		65		COMPONENT

		TC		DQ00729		GY8E585E				732470058		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				33.553		PIGMENT

		TC		DQ00729		GY8E585E				732470058		in UL prod		RDV		EC51		0716		168018		Pigment Black 7				0.104		PIGMENT

		TC		DQ00729		GY8E585E				732470058		in UL prod		RDV		EC51		048		167011		Pigment Brown 24				1.302		PIGMENT

		TC		DQ00731		GY4E464E				732470060				RDV		EC51		123621		123621		EXL9330-NA1B013		X		65		COMPONENT

		TC		DQ00731		GY4E464E				732470060				RDV		EC51		0895		169053		Coated Titanium Dioxide				34		PIGMENT

		TC		DQ00731		GY4E464E				732470060				RDV		EC51		0716		168018		Pigment Black 7				1		PIGMENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		9105		123626		PC 105		PC		10		COMPONENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		164017		164017		SICOPAL GREEN K9610				5.467		PIGMENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		123208		123208		Lexan 141R-111		PC		54.987		COMPONENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		0895		169053		Coated Titanium Dioxide				28.163		PIGMENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		070		168027		Pigment Black 7				0.143		PIGMENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		0617		161078		Bayferrox 110MPL				0.82		PIGMENT

		TC		DQ00740		GY5G155E				732470075				RDV		EC51		026		165045		Pigment blue 28				0.42		PIGMENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		164017		164017		SICOPAL GREEN K9610				5.757		PIGMENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		123621		123621		EXL9330-NA1B013		X		64.999		COMPONENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		0895		169053		Coated Titanium Dioxide				19.572		PIGMENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		0716		168018		Pigment Black 7				0.154		PIGMENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		0617		161078		Bayferrox 110MPL				2.226		PIGMENT

		TC		DQ00744		GY6G312E				732470078				RDV		EC51		0211		165051		Pigment Blue 29				7.292		PIGMENT

		TC		DQ00745		GY5G335E				732470079		in UL prod		RDV		EC51		164017		164017		SICOPAL GREEN K9610				1.464		PIGMENT

		TC		DQ00745		GY5G335E				732470079		in UL prod		RDV		EC51		123228		123228		LEXAN 121-R-111		PC		65		COMPONENT

		TC		DQ00745		GY5G335E				732470079		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				29.892		PIGMENT

		TC		DQ00745		GY5G335E				732470079		in UL prod		RDV		EC51		0617		161078		Bayferrox 110MPL				0.634		PIGMENT

		TC		DQ00745		GY5G335E				732470079		in UL prod		RDV		EC51		0211		165051		Pigment Blue 29				3.01		PIGMENT

		TC		EQ00066		GY7D866E				730470001		in UL prod		RDV		EC51		168145		168145		36E22 BLACK				0.244		PIGMENT

		TC		EQ00066		GY7D866E				730470001		in UL prod		RDV		EC51		129209		129209		MILLED ULTEM 1010		PEI		5		COMPONENT

		TC		EQ00066		GY7D866E				730470001		in UL prod		RDV		EC51		129202		129202		ULTEM 1010-1000		PEI		70		COMPONENT

		TC		EQ00066		GY7D866E				730470001		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				24.414		PIGMENT

		TC		EQ00066		GY7D866E				730470001		in UL prod		RDV		EC51		048		167011		Pigment Brown 24				0.342		PIGMENT

		TC		EQ00068		OR5E002E				730470002		in UL prod		RDV		EC51		162026		162026		DAYGLO D315 MARIGOLD ORANGE				8.333		PIGMENT

		TC		EQ00068		OR5E002E				730470002		in UL prod		RDV		EC51		129209		129209		MILLED ULTEM 1010		PEI		10		COMPONENT

		TC		EQ00068		OR5E002E				730470002		in UL prod		RDV		EC51		129202		129202		ULTEM 1010-1000		PEI		80		COMPONENT

		TC		EQ00068		OR5E002E				730470002		in UL prod		RDV		EC51		040		163062		Pigment Yellow 53				1.667		PIGMENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		1661		161046		Solvent Red 179 granulate				0.218		PIGMENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		129190		129190		ULTEM CRS5011-1000		PEI		65		COMPONENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		0895		169053		Coated Titanium Dioxide				27.676		PIGMENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		0716		168018		Pigment Black 7				0.128		PIGMENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		040		163062		Pigment Yellow 53				1.604		PIGMENT

		TC		EQ00073		GY5E437E				730470006				RDV		EC51		0211		165051		Pigment Blue 29				5.374		PIGMENT

		TC		EQ00074		WH9E520E				730470007		in UL prod		RDV		EC51		178006		178006		SPECIAL BRIGHTNER KSN				1.345		PIGMENT

		TC		EQ00074		WH9E520E				730470007		in UL prod		RDV		EC51		129209		129209		MILLED ULTEM 1010		PEI		10		COMPONENT

		TC		EQ00074		WH9E520E				730470007		in UL prod		RDV		EC51		129202		129202		ULTEM 1010-1000		PEI		55		COMPONENT

		TC		EQ00074		WH9E520E				730470007		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				33.655		PIGMENT

		TC		EQ00079		BK1E762E				730470012		in UL prod,in FDA prod		RDV		EC51		129211		129211		ULTEM MD151-1000		PEI		90		COMPONENT

		TC		EQ00079		BK1E762E				730470012		in UL prod,in FDA prod		RDV		EC51		0782		168189		High color beaded FDA furnace black				10		PIGMENT

		TC		EQ00086		2301E				730470019		in UL prod		RDV		EC51		162		161115		Solvent Red 52				0.622		PIGMENT

		TC		EQ00086		2301E				730470019		in UL prod		RDV		EC51		129213		129213		MD146-1000		X		65		COMPONENT

		TC		EQ00086		2301E				730470019		in UL prod		RDV		EC51		1215				Pigment Blue 15:4				5.966		PIGMENT

		TC		EQ00086		2301E				730470019		in UL prod		RDV		EC51		08107				TiO2				28.331		PIGMENT

		TC		EQ00086		2301E				730470019		in UL prod		RDV		EC51		070		168027		Pigment Black 7				0.081		PIGMENT

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		5		COMPONENT

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		165103		165103		SUNFAST VIOLET 246-0505				1.488		PIGMENT

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		2.976		ADDITIVE

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		2.976		ADDITIVE

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		125411		125411		ZYTEL 151L NC 10		PA 6/12		70		COMPONENT

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		122184		122184		Hostalen GC-7260 NAT		X		14.881		ADDITIVE

		TC		IQ00001		BL2D352E				750470001				RDV		EC51		0895		169053		Coated Titanium Dioxide				2.679		PIGMENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		5		COMPONENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		168145		168145		36E22 BLACK				3.724		PIGMENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		1621		161057		Pigment Red 122				0.113		PIGMENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		2.823		ADDITIVE

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		2.823		ADDITIVE

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		125411		125411		ZYTEL 151L NC 10		PA 6/12		59.989		COMPONENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		122184		122184		Hostalen GC-7260 NAT		X		8.022		ADDITIVE

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		0533		167014		Pigment Brown 33				11.377		PIGMENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		026		165045		Pigment blue 28				3.304		PIGMENT

		TC		IQ00002		GY2D649E				750470002				RDV		EC51		0211		165051		Pigment Blue 29				2.825		PIGMENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		5		COMPONENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		168145		168145		36E22 BLACK				0.348		PIGMENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		165177		165177		VIOLET 11 ULTRAMARIN				5.131		PIGMENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		2.323		ADDITIVE

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		2.323		ADDITIVE

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		125411		125411		ZYTEL 151L NC 10		PA 6/12		80.787		COMPONENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		0533		167014		Pigment Brown 33				1.974		PIGMENT

		TC		IQ00003		BL6D205E				750470003				RDV		EC51		0211		165051		Pigment Blue 29				2.114		PIGMENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		5		COMPONENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		9Q00856_BK1BLND.RDV				9Q00856_BK1BLND				0.12		PIGMENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		0.1		ADDITIVE

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		0.1		ADDITIVE

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		139		164051		Pigment Green 7				12.028		PIGMENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		125411		125411		ZYTEL 151L NC 10		PA 6/12		59.799		COMPONENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				12.028		PIGMENT

		TC		IQ00005		GN2E074E				750470006				RDV		EC51		049		163151		Bismuthvanadate				10.825		PIGMENT

		TC		JQ00221		BK1D717E		STATKON-J-BLACK		762999197		in UL prod,in WRAS prod,F		RDV		EC51		168133		168133		TIMCAL ENSACO 250G				15		PIGMENT

		TC		JQ00221		BK1D717E		STATKON-J-BLACK		762999197		in UL prod,in WRAS prod,F		RDV		EC51		126200		126200		ULTRASON E 2010 NAT		PES		85		COMPONENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		9Q00977_NA1BLND.RDV				MILLED ULTRASON E-2010		PES		2		COMPONENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		164017		164017		SICOPAL GREEN K9610				3.665		PIGMENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		162		161115		Solvent Red 52				0.137		PIGMENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		126200		126200		ULTRASON E 2010 NAT		PES		73		COMPONENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		080		169027		TiO2				18.501		PIGMENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		0716		168018		Pigment Black 7				0.223		PIGMENT

		TC		JQ00222		GY4D585E				762470001				RDV		EC51		048		167011		Pigment Brown 24				2.474		PIGMENT

		TC		JQ00223		WH9D723E				762470002		in UL prod,in FCEU prod		RDV		EC51		126200		126200		ULTRASON E 2010 NAT		PES		75		COMPONENT

		TC		JQ00223		WH9D723E				762470002		in UL prod,in FCEU prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				25		PIGMENT

		TC		JQ00225		BK9E001E		THERMOCOMP JQ00225 BK9E001E		762010050		CCS		COL, SLP		AC57,AC67		R202		168100		CARBON BLACK,MEDIUM COLOR BEADS				0.25		PIGMENT		PIGMENT		CB

		TC		JQ00225		BK9E001E		THERMOCOMP JQ00225 BK9E001E		762010050		CCS		COL, SLP		AC57,AC67		L800032		123136		SOLVAY VERADEL A702 NT		PES		86.75		COMPONENT		RESIN		PES

		TC		JQ00225		BK9E001E		THERMOCOMP JQ00225 BK9E001E		762010050		CCS		COL, SLP		AC57,AC67		G514479		141009		OCV CS 910A-10P (or 10C)		Short GF		12		ADDITIVE		FIBER		GF

		TC		JQ00225		BK9E001E		THERMOCOMP JQ00225 BK9E001E		762010050		CCS		COL, SLP		AC57,AC67		F299053		153083		ALLOY POLYMERS PES/TPP		X		1		ADDITIVE		MODIFIER		STAB

		TC		JQ00226		BL2E008E				762470003				RDV		EC51		9Q00977_NA1BLND.RDV				MILLED ULTRASON E-2010		PES		65		COMPONENT

		TC		JQ00226		BL2E008E				762470003				RDV		EC51		168129		168129		VULCAN P BLACK				0.191		PIGMENT

		TC		JQ00226		BL2E008E				762470003				RDV		EC51		1220		165058		Solvent Blue 104				3.978		PIGMENT

		TC		JQ00226		BL2E008E				762470003				RDV		EC51		121		165107		Macrolex Violet 3R				0.351		PIGMENT

		TC		JQ00226		BL2E008E				762470003				RDV		EC51		0895		169053		Coated Titanium Dioxide				30.48		PIGMENT

		TC		JQ00231		NA7E015				762470006				RDV		EC51		510		141064		Regular glass fiber Noryl, 14 mu		Short GF		30		ADDITIVE

		TC		JQ00231		NA7E015				762470006				RDV		EC51		153063		153063		TPP MASTERBATCH 1:5		X		0.84		ADDITIVE

		TC		JQ00231		NA7E015				762470006				RDV		EC51		126200		126200		ULTRASON E 2010 NAT		PES		69.16		COMPONENT

		TC		JQ00231		NA7E015				762470006				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		LQ00222		NA3D004E		PRC-LL4040-NT		764470001		in UL prod,PT		RDV		EC51		610300		610300		KT-300-M		X		20		ADDITIVE

		TC		LQ00222		NA3D004E		PRC-LL4040-NT		764470001		in UL prod,PT		RDV		EC51		156025		156025		LIGA CALCIUMSTEARATE CPR 2-V		Processing aid		0.01		ADDITIVE

		TC		LQ00222		NA3D004E		PRC-LL4040-NT		764470001		in UL prod,PT		RDV		EC51		129042		129042		VICTR PEEK 450 P NAT		PEEK		80		COMPONENT

		TC		LQ00222		NA3D004E		PRC-LL4040-NT		764470001		in UL prod,PT		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		9Q00965_NA1BLND.RDV				MILLED 100-GA04		X		20		COMPONENT

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		259		153081		Antioxidant 1010		Anti-oxidant		7.353		ADDITIVE

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		142		163171		Pigment Yellow 180				6.618		PIGMENT

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		122201		122201		400-GA05		PP Copo		55		COMPONENT

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		0895		169053		Coated Titanium Dioxide				9.804		PIGMENT

		TC		MQ00688		YW7E006E				722470021				RDV		EC51		040		163062		Pigment Yellow 53				1.225		PIGMENT

		TC		MQ00801		RD5E135E				722470030				RDV		EC51		167		161002		Pigment Red 178				3.703		PIGMENT

		TC		MQ00801		RD5E135E				722470030				RDV		EC51		1623		162039		Pigment Orange 68				9.26		PIGMENT

		TC		MQ00801		RD5E135E				722470030				RDV		EC51		122343		122343		PHC25		X		75		COMPONENT

		TC		MQ00801		RD5E135E				722470030				RDV		EC51		0895		169053		Coated Titanium Dioxide				12.037		PIGMENT

		TC		MQ00803		NA9E170E				722470032				RDV		EC51		3343		156075		Palmitic/Stearic Acid (50/50) ester of dipenta/pentaerythritol		X		8		ADDITIVE

		TC		MQ00803		NA9E170E				722470032				RDV		EC51		122356		122356		578N		X		92		COMPONENT

		TC		MQ00803		NA9E170E				722470032				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		164017		164017		SICOPAL GREEN K9610				2.478		PIGMENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		129196		129196		CYCOLOY XCY620-100		PCA		65		COMPONENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		0895		169053		Coated Titanium Dioxide				30.968		PIGMENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		0716		168018		Pigment Black 7				0.522		PIGMENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		0617		161078		Bayferrox 110MPL				0.568		PIGMENT

		TC		NQ00646		GY5G012E				785470018				RDV		EC51		0211		165051		Pigment Blue 29				0.464		PIGMENT

		TC		NQ00648		YW7G014E				785470020				RDV		EC51		147		163114		Solvent Yellow 163				2.764		PIGMENT

		TC		NQ00648		YW7G014E				785470020				RDV		EC51		1459		163059		Solvent Yellow 104				2.764		PIGMENT

		TC		NQ00648		YW7G014E				785470020				RDV		EC51		129196		129196		CYCOLOY XCY620-100		PCA		65		COMPONENT

		TC		NQ00648		YW7G014E				785470020				RDV		EC51		0895		169053		Coated Titanium Dioxide				29.472		PIGMENT

		TC		OQ00013		NA1D026E		PELLETIZED RYTON P-4		700771001		in UL prod,in NSF prod		COL, SLP		AC57,AC67		L843454		127702		PHILLIPS RYTON P4 COMPACTED		PPS - Branched		100		COMPONENT		RESIN		PPS

		TC		OQ00013		NA1D026E		PELLETIZED RYTON P-4		700771001		in UL prod,in NSF prod		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		149118		149118		CYASORB UV 1164		UV stabilizer		4.49		ADDITIVE

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		139		164051		Pigment Green 7				0.242		PIGMENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		127709		127709		FORTRON 205 P4 GRAN.		X		55.002		COMPONENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		127707		127707		FORTRON 0205 B4 POEDER		X		10		COMPONENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		0895		169053		Coated Titanium Dioxide				26.943		PIGMENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		048		167011		Pigment Brown 24				0.359		PIGMENT

		TC		OQ10303		GN6E129E				771470001				RDV		EC51		026		165045		Pigment blue 28				2.964		PIGMENT

		TC		PQ00031		NA1D011E		THERMOCOMP PC-1006 I		751930006				COL, SLP		AC57,AC67		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		68.5		COMPONENT		RESIN		PA 6

		TC		PQ00031		NA1D011E		THERMOCOMP PC-1006 I		751930006				COL, SLP		AC57,AC67		F546573		154234		Toho Tenax-J HT C493 6mm		CF		31.5		ADDITIVE		FIBER		CF

		TC		PQ00031		NA1D011E		THERMOCOMP PC-1006 I		751930006				COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		PQ00237		BK1D716E		POLYAMIDE-BK-CONC.70/30		751999199		in WRAS prod		RDV		EC51		168133		168133		TIMCAL ENSACO 250G				30		PIGMENT

		TC		PQ00237		BK1D716E		POLYAMIDE-BK-CONC.70/30		751999199		in WRAS prod		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		70		COMPONENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		25		COMPONENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		9Q00856_BK1BLND.RDV				9Q00856_BK1BLND				2.074		PIGMENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		259		153081		Antioxidant 1010		Anti-oxidant		0.535		ADDITIVE

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		233		153069		HALS 944		X		5.106		ADDITIVE

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		232		149166		HALS 770		X		2.074		ADDITIVE

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		205		153071		Tris(di-t-butylphenyl)phosphite		Heat stabilizer		1.069		ADDITIVE

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		162		161115		Solvent Red 52				0.019		PIGMENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		145		163082		Pigment Yellow 138				0.057		PIGMENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		48.83		COMPONENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				15.158		PIGMENT

		TC		PQ00238		GY5D540E		PRCRF70010EMHS-GY5D597U		751470001		in UL prod		RDV		EC51		0617		161078		Bayferrox 110MPL				0.078		PIGMENT

		TC		PQ00713		RD3E193E				751470017				RDV		EC51		9Q00968_NA1BLND.RDV				MILLED PA6 LV		X		10		COMPONENT

		TC		PQ00713		RD3E193E				751470017				RDV		EC51		25808		150015		Phenolic prim antioxidant for PA		Anti-oxidant		1.835		ADDITIVE

		TC		PQ00713		RD3E193E				751470017				RDV		EC51		205		153071		Tris(di-t-butylphenyl)phosphite		Heat stabilizer		1.835		ADDITIVE

		TC		PQ00713		RD3E193E				751470017				RDV		EC51		162		161115		Solvent Red 52				1.33		PIGMENT

		TC		PQ00713		RD3E193E				751470017				RDV		EC51		125167		125167		RADIPOL S24		PA 6		85		COMPONENT

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				NAN		PC52		F433334				POLYMER PROD. ENDURA PE-90		X		12.8		ADDITIVE

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				NAN		PC52		F4211				Brominated PS (compacted)		FR Br		40.29		ADDITIVE

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				NAN		PC52		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		46.91		COMPONENT		RESIN		PA 6/6

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				NAN		PC52		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				COL, SLP		AC57,AC67		F433639		153114		Antimony trioxide 85% conc. in PE like Endura PE-85		FR - Antimony Trioxide		14.8		ADDITIVE		FIRE RETARDANT		Sb2O3

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				COL, SLP		AC57,AC67		F424483		153719		Albemarle Saytex HP-7010G		X		46.6		ADDITIVE		FIRE RETARDANT		RDP

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				COL, SLP		AC57,AC67		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		38.6		COMPONENT		RESIN		PA 6/6

		TC		RQ00002		NA1D025E		R-FR  CONC.		700153001				COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		RQ00003		BK9D003E		R-FR CONC. BLACK		700153002		in UL prod		COL, SLP		AC57,AC67		R175759		168229		Chroma NC85986 Black				2.35		PIGMENT		PIGMENT		BK

		TC		RQ00003		BK9D003E		R-FR CONC. BLACK		700153002		in UL prod		COL, SLP		AC57,AC67		F433639		153114		Antimony trioxide 85% conc. in PE like Endura PE-85		FR - Antimony Trioxide		14.45		ADDITIVE		FIRE RETARDANT		Sb2O3

		TC		RQ00003		BK9D003E		R-FR CONC. BLACK		700153002		in UL prod		COL, SLP		AC57,AC67		F424483		153719		Albemarle Saytex HP-7010G		X		45.5		ADDITIVE		FIRE RETARDANT		RDP

		TC		RQ00003		BK9D003E		R-FR CONC. BLACK		700153002		in UL prod		COL, SLP		AC57,AC67		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		37.7		COMPONENT		RESIN		PA 6/6

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		25		COMPONENT

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		259		153081		Antioxidant 1010		Anti-oxidant		0.649		ADDITIVE

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		205		153071		Tris(di-t-butylphenyl)phosphite		Heat stabilizer		1.298		ADDITIVE

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		125852		125852		Stabamid 24AE1		X		53.237		COMPONENT

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				18.007		PIGMENT

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		0716		168018		Pigment Black 7				0.054		PIGMENT

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		0617		161078		Bayferrox 110MPL				0.047		PIGMENT

		TC		RQ00251		BR6D150E		PRCRF70010EMHS-BN70485		753470002		in UL prod		RDV		EC51		048		167011		Pigment Brown 24				1.708		PIGMENT

		TC		RQ00691		NA1D039				753602038				RDV		EC51		154037		154037		GRAPHITE 5026		Graphite		30		ADDITIVE

		TC		RQ00691		NA1D039				753602038				RDV		EC51		125852		125852		Stabamid 24AE1		X		70		COMPONENT

		TC		RQ00691		NA1D039				753602038				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		3		COMPONENT

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		3314		156010		EBS wax		Processing aid 		0.2		ADDITIVE

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		0.1		ADDITIVE

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		146002		146002		GLASPARELS 050-20-215		Glass Beads		50		ADDITIVE

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		46.7		COMPONENT

		TC		RQ00716		NA7E028E				753470021				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		9Q00969_NA1BLND.RDV				MILLED PA6		X		10		COMPONENT

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		259		153081		Antioxidant 1010		Anti-oxidant		0.651		ADDITIVE

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		233		153069		HALS 944		X		6.22		ADDITIVE

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		232		149166		HALS 770		X		2.527		ADDITIVE

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		205		153071		Tris(di-t-butylphenyl)phosphite		Heat stabilizer		1.302		ADDITIVE

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		165177		165177		VIOLET 11 ULTRAMARIN				0.097		PIGMENT

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		83900		125215		PA6 Regular - NV HAEG		X		55		COMPONENT

		TC		RQ00727		WH9E671E				753470027		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				24.203		PIGMENT

		TC		RQ00730		NA8G020E				753470030				RDV		EC51		3314		156010		EBS wax		Processing aid 		0.222		ADDITIVE

		TC		RQ00730		NA8G020E				753470030				RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		0.111		ADDITIVE

		TC		RQ00730		NA8G020E				753470030				RDV		EC51		141128		141128		ECS301CL GLASS FIBRE 4.5MM		Short GF		33.333		ADDITIVE

		TC		RQ00730		NA8G020E				753470030				RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		66.334		COMPONENT

		TC		RQ00730		NA8G020E				753470030				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		UQ00640		GN4E003E				789470004		in UL prod		RDV		EC51		9Q00971_NA1BLND.RDV				MILLED AMODEL A1006		PPA		10		COMPONENT

		TC		UQ00640		GN4E003E				789470004		in UL prod		RDV		EC51		139		164051		Pigment Green 7		PA 6/6 super tough		1.875		PIGMENT

		TC		UQ00640		GN4E003E				789470004		in UL prod		RDV		EC51		125496		125496		AMODEL A 1006 PREM		PPA		86.25		COMPONENT

		TC		UQ00640		GN4E003E				789470004		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS		PA 6/6 super tough		1.875		PIGMENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		169009		169009		KRONOS 2220		PA 6/6 super tough		15.937		PIGMENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		161044		161044		COLORTHERM RED 140		PA 6/6 super tough		0.048		PIGMENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		125470		125470		ZYTEL HTN 501		HTN		83.18		COMPONENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		070		168027		Pigment Black 7		PA 6/6 super tough		0.008		PIGMENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		040		163062		Pigment Yellow 53		PA 6/6 super tough		0.397		PIGMENT

		TC		UQ00643		GY8E203E				789470007		in UL prod		RDV		EC51		026		165045		Pigment blue 28		PA 6/6 super tough		0.43		PIGMENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		25808		150015		Phenolic prim antioxidant for PA		Anti-Oxidant		0.15		ADDITIVE

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		205		153071		Tris(di-t-butylphenyl)phosphite		Processing aid		0.15		ADDITIVE

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		164017		164017		SICOPAL GREEN K9610		PA 6/6 super tough		2.258		PIGMENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		156020		156020		LIGASTAR ALG-V		Processing aid		0.2		ADDITIVE

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		125470		125470		ZYTEL HTN 501		HTN		34.34		COMPONENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		125167		125167		RADIPOL S24		PA 6		30.161		COMPONENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS		PA 6/6 super tough		30.107		PIGMENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		0716		168018		Pigment Black 7		PA 6/6 super tough		0.677		PIGMENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		060		161124		Pigment Red 101		PA 6/6 super tough		0.151		PIGMENT

		TC		UQ00648		GY3E337E				789470012		in UL prod		RDV		EC51		0211		165051		Pigment Blue 29		PA 6/6 super tough		1.806		PIGMENT

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		2		COMPONENT

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		6180		129338		EPR rubber		X		20		ADDITIVE

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		3314		156010		EBS wax		Processing aid 		0.4		ADDITIVE

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		0.1		ADDITIVE

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		77.5		COMPONENT

		TC		VQ00255		NA8D037E		V-1000 NAT		757000002		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		5		COMPONENT

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		9218		125714		PBT 325F-1001		PBT		70		COMPONENT

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		3314		156010		EBS wax		Processing aid 		3.425		ADDITIVE

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		168145		168145		36E22 BLACK				3.082		PIGMENT

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		0895		169053		Coated Titanium Dioxide				17.123		PIGMENT

		TC		WQ00636		GY5D663E				756470003				RDV		EC51		026		165045		Pigment blue 28				1.37		PIGMENT

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		5		COMPONENT

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		168145		168145		36E22 BLACK				1.13		PIGMENT

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		156020		156020		LIGASTAR ALG-V		X		3.75		ADDITIVE

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		125696		125696		VALOX 334 1001		PBT		89.395		COMPONENT

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		048		167011		Pigment Brown 24				0.675		PIGMENT

		TC		WQ00637		GY7D836E				756470004		in UL prod		RDV		EC51		040		163062		Pigment Yellow 53				0.05		PIGMENT

		TC		WQ00639		GN3E008E				756470005				RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		10		COMPONENT

		TC		WQ00639		GN3E008E				756470005				RDV		EC51		3314		156010		EBS wax		Processing aid 		0.625		ADDITIVE

		TC		WQ00639		GN3E008E				756470005				RDV		EC51		139		164051		Pigment Green 7				5.625		PIGMENT

		TC		WQ00639		GN3E008E				756470005				RDV		EC51		125696		125696		VALOX 334 1001		PBT		65		COMPONENT

		TC		WQ00639		GN3E008E				756470005				RDV		EC51		0895		169053		Coated Titanium Dioxide				18.75		PIGMENT

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		10		COMPONENT

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		9218		125714		PBT 325F-1001		PBT		58.3		COMPONENT

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		6513		129316		Lotader AX8900		Impact modifier		14		ADDITIVE

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		3314		156010		EBS wax		Processing aid 		0.1		ADDITIVE

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		1621		161057		Pigment Red 122				10.5		PIGMENT

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		156026		156026		LIGA ZINCSTEARATE ZPR 2-V		Processing aid		0.1		ADDITIVE

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		1231		165053		Copper Phthalocyanine Pigment Blue 15:1				6.3		PIGMENT

		TC		WQ00648		BL2E180E				756470013				RDV		EC51		0716		168018		Pigment Black 7				0.7		PIGMENT

		TC		WQ00650J		RD4G015E				756470015		FDA,in MED_APP/HC prod,GMP		RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		10		COMPONENT

		TC		WQ00650J		RD4G015E				756470015		FDA,in MED_APP/HC prod,GMP		RDV		EC51		9218		125714		PBT 325F-1001		PBT		55		COMPONENT

		TC		WQ00650J		RD4G015E				756470015		FDA,in MED_APP/HC prod,GMP		RDV		EC51		167		161002		Pigment Red 178				0.212		PIGMENT

		TC		WQ00650J		RD4G015E				756470015		FDA,in MED_APP/HC prod,GMP		RDV		EC51		166005		166005		ULTRAMARIN VIOLET12				28.397		PIGMENT

		TC		WQ00650J		RD4G015E				756470015		FDA,in MED_APP/HC prod,GMP		RDV		EC51		0211		165051		Pigment Blue 29				6.391		PIGMENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		9Q00973_NA1BLND.RDV				MILLED VALOX 325F 1001		PBT		2		COMPONENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		9218		125714		PBT 325F-1001		PBT		62.744		COMPONENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		168013		168013		KEYSTONE MPC CHANNEL BLACK (FDA)				0.355		PIGMENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		0895		169053		Coated Titanium Dioxide				33		PIGMENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		060		161124		Pigment Red 101				0.031		PIGMENT

		TC		WQ00651H		GY03565E				756470016		FCEU,in MED_APP/HC prod,GMP		RDV		EC51		048		167011		Pigment Brown 24				1.87		PIGMENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		9Q00974_NA1BLND.RDV				MILLED VALOX 315		PBT		10		COMPONENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		9217		125798		PBT 3104-1001		PBT		70.002		COMPONENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		167		161002		Pigment Red 178				0.1		PIGMENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		166005		166005		ULTRAMARIN VIOLET12				12.602		PIGMENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		0895		169053		Coated Titanium Dioxide				3.79		PIGMENT

		TC		WQ00652J		6H8D047F				756470017		FDA,in MED_APP/HC prod,GMP		RDV		EC51		0211		165051		Pigment Blue 29				3.506		PIGMENT

		TC		ZQ00001		BK80839				734470000		repack		RDV		EC51		8809		123403		Noryl 731-701		MPPO		72		COMPONENT

		TC		ZQ00001		BK80839				734470000		repack		RDV		EC51		819		121367		CC-PS		X		8		COMPONENT

		TC		ZQ00001		BK80839				734470000		repack		RDV		EC51		141051		141051		CS 7928PA 4.5MM		Short GF		20		ADDITIVE

		TC		ZQ00001		BK80839				734470000		repack		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		SL		AQ00042		BL1D266E		A-BL5-390 CONC.		700711010				COL, SLP		AC57,AC67		R128523		165001		ORACET BLUE 2R				0.2		PIGMENT		PIGMENT		BL

		SL		AQ00042		BL1D266E		A-BL5-390 CONC.		700711010				COL, SLP		AC57,AC67		L870011		121140		BASF TERLUX 2802 MABS TRANSPARENT		ABS - transparent		99.8		COMPONENT		RESIN		MABS

		SK		DQ00212		BK1D715E		POLYCARBONATE-BK-CONC.70/30		732999017		in UL prod		RDV		EC51		168133		168133		TIMCAL ENSACO 250G				30		PIGMENT

		SK		DQ00212		BK1D715E		POLYCARBONATE-BK-CONC.70/30		732999017		in UL prod		RDV		EC51		123228		123228		LEXAN 121-R-111		PC		70		COMPONENT

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		L803685		123160		Solvay Veradel A-301		PES		40.5		COMPONENT		RESIN		PES

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		L800032		123136		SOLVAY VERADEL A702 NT		PES		40.5		COMPONENT		RESIN		PES

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		F853391		122159		DOW DOWLEX IP-10 HDPE		HDPE		1		COMPONENT		MODIFIER		PE

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		F549770		154107		GRAFIL GM 130		Milled CF		6.5		ADDITIVE		FIBER		CF

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		F543639		154157		SIGRAFIL C C6-4.0/240/T190		CF		10.5		ADDITIVE		FIBER		CF

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		F299053		153083		ALLOY POLYMERS PES/TPP		X		1		ADDITIVE		MODIFIER		STAB

		SK		JQ00038		BK1D684E		STAT-KON PDX-J-93870 I CCS		762999870		CCS		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		SK		RQ00720		NA1E037				753470024		in UL prod		RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		2		COMPONENT

		SK		RQ00720		NA1E037				753470024		in UL prod		RDV		EC51		156020		156020		LIGASTAR ALG-V		X		0.127		ADDITIVE

		SK		RQ00720		NA1E037				753470024		in UL prod		RDV		EC51		154220		154220		SIGRAFIL C C6-4.0/240-T13		CF		22.3		ADDITIVE

		SK		RQ00720		NA1E037				753470024		in UL prod		RDV		EC51		125852		125852		Stabamid 24AE1		X		75.573		COMPONENT

		SK		RQ00720		NA1E037				753470024		in UL prod		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		SK		RQ00725		BK8115E		STAT-KON RC-1004 BK8-115		753920009				COL, SLP		AC57,AC67		R19470		168143		Ampacet 19470				1		PIGMENT		MODIFIER		BK

		SK		RQ00725		BK8115E		STAT-KON RC-1004 BK8-115		753920009				COL, SLP		AC57,AC67		F546573		154234		Toho Tenax-J HT C493 6mm		CF		21		ADDITIVE		FIBER		CF

		SK		RQ00725		BK8115E		STAT-KON RC-1004 BK8-115		753920009				COL, SLP		AC57,AC67		L896225		125875		INVISTA TORZEN U4800		PA 6/6		78		COMPONENT		RESIN		PA 66

		LL		FQ00027		NA9D090E		LUBRILOY D-EP INTERMEDIATE		721999525		in UL prod,F		COL		AC57		F753336		156051		SIGMA CHEM. A2504 EPSILON-  AMINO-N-CAPROIC ACID		X		3.4		ADDITIVE		MODIFIER		ACA

		LL		FQ00027		NA9D090E		LUBRILOY D-EP INTERMEDIATE		721999525		in UL prod,F		COL		AC57		F643391		122178		DUPONT FUSABOND E226 (FORMERLY E MB226DE)		Coupling agent		71.6		COMPONENT		MODIFIER		PE MAL

		LL		FQ00027		NA9D090E		LUBRILOY D-EP INTERMEDIATE		721999525		in UL prod,F		COL		AC57		9Q00936_NA1BLND.THD				MILLED FUSABOND MB226D		Coupling agent		25		COMPONENT

		LL		FQ00027		NA9D090E		LUBRILOY D-EP INTERMEDIATE		721999525		in UL prod,F		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		9Q00914		NA1BLND		PEEK 450P/KT-300M PREBLEND		700764300		blend,F-Cust,HC,CCS		COL		AC57		L800010		117452		VICTREX PEEK 450P (771.6# BOX)		PEEK		66.666		COMPONENT		RESIN		PEEK

		LC		9Q00914		NA1BLND		PEEK 450P/KT-300M PREBLEND		700764300		blend,F-Cust,HC,CCS		COL		AC57		F573393		111015		KITAMURA KT 300 M		PTFE		33.334		ADDITIVE		LUBRICANT		PTFE

		LC		9Q00914		NA1BLND		PEEK 450P/KT-300M PREBLEND		700764300		blend,F-Cust,HC,CCS		COL		AC57		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		9Q00947		NA1BLND		SX-1 (CPR 6163) MILLED		796500001		in UL prod,F		COL, SLP		AC57,AC67		F573428		153076		U.C.T. CPR 6163 (SX-1 ADDITIVE)		Si		100		COMPONENT		LUBRICANT		Si

		LC		9Q00947		NA1BLND		SX-1 (CPR 6163) MILLED		796500001		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		9Q00989		NT06				790470003				RDV		EC51		149119		149119		TB-HS-AC540A		X		8.695		ADDITIVE

		LC		9Q00989		NT06				790470003				RDV		EC51		125398		125398		STANYL KS 300		PA 4/6		91.305		COMPONENT

		LC		9Q00989		NT06				790470003				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		CQ00005		NA1D019E		CL-44 CONC		700313001		HC		COL, SLP		AC57,AC67		L819783		121304		DOW STYRON 666 D		X		80		COMPONENT		RESIN		PS

		LC		CQ00005		NA1D019E		CL-44 CONC		700313001		HC		COL, SLP		AC57,AC67		F573334		149205		MOMENTIVE ELEMENT14* PDMS 30K/SDR(190KG)		X		20		ADDITIVE		LUBRICANT		Si

		LC		CQ00005		NA1D019E		CL-44 CONC		700313001		HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		DQ00006		NA1D020E		DL-44 CONC		700332001		in UL prod,HC		COL, SLP		AC57,AC67		F573334		149205		MOMENTIVE ELEMENT14* PDMS 30K/SDR(190KG)		X		20		ADDITIVE		LUBRICANT		Si

		LC		DQ00006		NA1D020E		DL-44 CONC		700332001		in UL prod,HC		COL, SLP		AC57,AC67		C913330		123249		SABIC IP LEXAN ML-8164-111N		PC		80		COMPONENT		RESIN		PC

		LC		DQ00006		NA1D020E		DL-44 CONC		700332001		in UL prod,HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		DQ00049		BK9D002E		BLK PRLS 700 POLYCARBONATE ;CONC.		700898005		HC		COL, SLP		AC57,AC67		R070709		168008		CABOT BLACK PEARLS 700				20		PIGMENT		PIGMENT		CB

		LC		DQ00049		BK9D002E		BLK PRLS 700 POLYCARBONATE ;CONC.		700898005		HC		COL, SLP		AC57,AC67		C913330		123249		SABIC IP LEXAN ML-8164-111N		PC		80		COMPONENT		RESIN		PC

		LC		DQ00717		1H8D026E		DL-40 EES HC CONC		700232006		HC		COL, SLP		AC57,AC67		L910012		123313		DOW CALIBRE 2061-15 030003 NAT		PC		50		COMPONENT		RESIN		PC

		LC		DQ00717		1H8D026E		DL-40 EES HC CONC		700232006		HC		COL, SLP		AC57,AC67		F7300		111071		FDA Grade PTFE		PTFE		50		ADDITIVE		LUBRICANT		PTFE

		LC		DQ00717		1H8D026E		DL-40 EES HC CONC		700232006		HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		DQ00720		NA9E151E		DL-40-T-801 CONC-DRIED		700232005		F		COL, SLP		AC57,AC67		D575295		111187		Shamrock Fluoro T-801		PTFE		40		ADDITIVE		LUBRICANT		PTFE

		LC		DQ00720		NA9E151E		DL-40-T-801 CONC-DRIED		700232005		F		COL, SLP		AC57,AC67		C919376		123350		GE LEXAN 144-111N		PC		60		COMPONENT		RESIN		PC

		LC		DQ00720		NA9E151E		DL-40-T-801 CONC-DRIED		700232005		F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		DQ00741		NA1D020E		DL-44 using Wacker PSW 2772 - discontinued silicone		700332002		HC		COL, SLP		AC57,AC67		F573392		149220		WACKER PSW 2772		Silicone		20		ADDITIVE		LUBRICANT		Si

		LC		DQ00741		NA1D020E		DL-44 using Wacker PSW 2772 - discontinued silicone		700332002		HC		COL, SLP		AC57,AC67		C913330		123249		SABIC IP LEXAN ML-8164-111N		PC		80		COMPONENT		RESIN		PC

		LC		DQ00741		NA1D020E		DL-44 using Wacker PSW 2772 - discontinued silicone		700332002		HC		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		JQ00230		UNGEFRBT		KR4113-2EPASS		762470005		F		RDV		EC51		JX05074_UNGEFRBT.RDV				ULTRASON KR4113 UNGEFBT		PES		100		COMPONENT

		LC		JQ00230		UNGEFRBT		KR4113-2EPASS		762470005		F		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		MQ00229		BK1D270E		ML-4080 BLACK		722180000				RDV		EC51		610036		610036		HEROLUB 50 GR		X		40		ADDITIVE

		LC		MQ00229		BK1D270E		ML-4080 BLACK		722180000				RDV		EC51		168218		168218		pvb1246				1		PIGMENT

		LC		MQ00229		BK1D270E		ML-4080 BLACK		722180000				RDV		EC51		122235		122235		100-GA04		PP Homo from Ineos		59		COMPONENT

		LC		OQ00014		NA1BLND		P4/KT300M PRBLND (OL-4030)		700771300		blend		COL, SLP		AC57,AC67		L843454		127702		PHILLIPS RYTON P4 COMPACTED		PPS - Branched		73.9		COMPONENT		RESIN		PPS

		LC		OQ00014		NA1BLND		P4/KT300M PRBLND (OL-4030)		700771300		blend		COL, SLP		AC57,AC67		F573393		111015		KITAMURA KT 300 M		PTFE		26.1		ADDITIVE		LUBRICANT		PTFE

		LC		OQ00014		NA1BLND		P4/KT300M PRBLND (OL-4030)		700771300		blend		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		PQ00007		NA1D021E		PL-44 CONC.		700351001		in UL prod,F		COL, SLP		AC57,AC67		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		80		COMPONENT		RESIN		PA 6

		LC		PQ00007		NA1D021E		PL-44 CONC.		700351001		in UL prod,F		COL, SLP		AC57,AC67		F573334		149205		MOMENTIVE ELEMENT14* PDMS 30K/SDR(190KG)		Silicone		20		ADDITIVE		LUBRICANT		Si

		LC		PQ00007		NA1D021E		PL-44 CONC.		700351001		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		PQ00075		GY1D576E		LUBRICOMP PDX-P-92085		751999088				COL, SLP		AC57,AC67		L836413		125182		AEGIS H8202 Nylon 6 Resin		X		80		COMPONENT		RESIN		PA 6

		LC		PQ00075		GY1D576E		LUBRICOMP PDX-P-92085		751999088				COL, SLP		AC57,AC67		F573442		154120		ICI SM-3		X		20		ADDITIVE		LUBRICANT		MoS2

		LC		PQ00075		GY1D576E		LUBRICOMP PDX-P-92085		751999088				COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		RQ00004		NA1D018E		RL-40-PTFE HS CONC.		700253502		in UL prod,F		COL, SLP		AC57,AC67		F294047		151027		PolyAd Sabic LC #2		Processing aid		0.45		ADDITIVE		MODIFIER		HEAT STAB

		LC		RQ00004		NA1D018E		RL-40-PTFE HS CONC.		700253502		in UL prod,F		COL, SLP		AC57,AC67		D575849		111555		Solvay Polymist XPP-515		PTFE		50		ADDITIVE		LUBRICANT		PTFE

		LC		RQ00004		NA1D018E		RL-40-PTFE HS CONC.		700253502		in UL prod,F		COL, SLP		AC57,AC67		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		49.55		COMPONENT		RESIN		PA 6/6

		LC		RQ00004		NA1D018E		RL-40-PTFE HS CONC.		700253502		in UL prod,F		COL, SLP		AC57,AC67		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		2		COMPONENT

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		610037		610037		IRRADIATED FL1650 BAKED EXTERN		X		40		ADDITIVE

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		156020		156020		LIGASTAR ALG-V		X		0.1		ADDITIVE

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		153082		153082		NAH2PO2.H2O		Heat stabilizer		0.1		ADDITIVE

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		125852		125852		Stabamid 24AE1		X		57.8		COMPONENT

		LC		RQ00243		NA9D092E		PDX-R-99007 NAT		753099007		F (PTFE)		RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		RQ00247		NA2D005E		R-MOLY CONC.65/35		753999063				RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		2		COMPONENT

		LC		RQ00247		NA2D005E		R-MOLY CONC.65/35		753999063				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		0.2		ADDITIVE

		LC		RQ00247		NA2D005E		R-MOLY CONC.65/35		753999063				RDV		EC51		154007		154007		MOLYBDENUM TECHNICAL GRADE		Molly		35		ADDITIVE

		LC		RQ00247		NA2D005E		R-MOLY CONC.65/35		753999063				RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		62.8		COMPONENT

		LC		RQ00247		NA2D005E		R-MOLY CONC.65/35		753999063				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		RQ00724		BL5004E		VYDYNE 50BW/5151 BLUE CONC.		700753650				COL, SLP		AC57,AC67		R03503		165010		Pigment Blue 29				50		PIGMENT		PIGMENT		BL

		LC		RQ00724		BL5004E		VYDYNE 50BW/5151 BLUE CONC.		700753650				COL, SLP		AC57,AC67		C831956		125330		SOLUTIA VYDYNE 50BW		PA 6/6		25		COMPONENT		RESIN		PA 6/6

		LC		RQ00724		BL5004E		VYDYNE 50BW/5151 BLUE CONC.		700753650				COL, SLP		AC57,AC67		9Q00933_NA1BLND.COL				MILLED TYPE 6/6 (VYDYNE 50 ;BW)		PA 6/6		25		COMPONENT

		LC		RQ00729		NC		RL4080 for BLACK		753470029				RDV		EC51		9Q00975_NA1BLND.RDV				MILLED PA66		X		2		COMPONENT

		LC		RQ00729		NC		RL4080 for BLACK		753470029				RDV		EC51		610031		610031		FLUORO T601		PTFE		40		ADDITIVE

		LC		RQ00729		NC		RL4080 for BLACK		753470029				RDV		EC51		156020		156020		LIGASTAR ALG-V		X		0.1		ADDITIVE

		LC		RQ00729		NC		RL4080 for BLACK		753470029				RDV		EC51		125853		125853		VYDYNE 50BW		PA 6/6		57.9		COMPONENT

		LC		RQ00729		NC		RL4080 for BLACK		753470029				RDV		EC51		NOPIGMNT				RM CODE FOR NO PIGMENT IN NATURAL FORMULAE				0.001		PIGMENT

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		1661		161046		Solvent Red 179 granulate		PA 6/6 super tough		2.933		PIGMENT

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		156020		156020		LIGASTAR ALG-V		Processing aid		0.978		ADDITIVE

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		156006		156006		CHEMSTAT HTSA 3B		Mold release		2.935		ADDITIVE

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		153085		153085		ASC200		Heat stabilizer		6.647		ADDITIVE

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		125469		125469		AMODEL A 6000		PPA		65		COMPONENT

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS		PA 6/6 super tough		19.552		PIGMENT

		LC		UQ00654		RD3G154E				789470016		in UL prod		RDV		EC51		0617		161078		Bayferrox 110MPL		PA 6/6 super tough		1.955		PIGMENT

		LC		VQ00036		BK1D682E		LUBRICOMP PDX-V-91199 BLACK		757999199				COL, SLP		AC57,AC67		VQ00034_NA1D014E.SLP				THERMOTUF V-1000 I		X		33.3		COMPONENT

		LC		VQ00036		BK1D682E		LUBRICOMP PDX-V-91199 BLACK		757999199				COL, SLP		AC57,AC67		R070721		168051		NC 8218A BK CONC.				5		PIGMENT		PIGMENT		BK

		LC		VQ00036		BK1D682E		LUBRICOMP PDX-V-91199 BLACK		757999199				COL, SLP		AC57,AC67		PQ00007_NA1D021E.COL				PL-44 CONC.		X		30		ADDITIVE

		LC		VQ00036		BK1D682E		LUBRICOMP PDX-V-91199 BLACK		757999199				COL, SLP		AC57,AC67		F573442		154120		ICI SM-3		X		6		ADDITIVE		LUBRICANT		MoS2

		LC		VQ00036		BK1D682E		LUBRICOMP PDX-V-91199 BLACK		757999199				COL, SLP		AC57,AC67		D575295		111187		Shamrock Fluoro T-801		PTFE		25.7		ADDITIVE		LUBRICANT		PTFE

		FD		DQ00742		RD3G125E				732470076				RDV		EC51		165		161040		Solvent Red 135				7.15		PIGMENT

		FD		DQ00742		RD3G125E				732470076				RDV		EC51		1606		162056		Solvent Orange 60				2.382		PIGMENT

		FD		DQ00742		RD3G125E				732470076				RDV		EC51		123621		123621		EXL9330-NA1B013		X		83.318		COMPONENT

		FD		DQ00742		RD3G125E				732470076				RDV		EC51		0895		169053		Coated Titanium Dioxide				7.15		PIGMENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		9105		123626		PC 105		PC		68.747		COMPONENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		168145		168145		36E22 BLACK				1.22		PIGMENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		082		*169105*		ZINC SULFIDE, ADDITIVE, SACHTOLITH HDS				29.313		PIGMENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		0617		161078		Bayferrox 110MPL				0.108		PIGMENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		048		167011		Pigment Brown 24				0.6		PIGMENT

		CC		9Q00991		GYBLND				910000373		in UL prod,blend		RDV		EC51		0211		165051		Pigment Blue 29				0.012		PIGMENT

		CC		AQ00228		GY4G210E				711470029				RDV		EC51		168145		168145		36E22 BLACK				8.012		PIGMENT

		CC		AQ00228		GY4G210E				711470029				RDV		EC51		121266		121266		MG47-NA1000		ABS		65.001		COMPONENT

		CC		AQ00228		GY4G210E				711470029				RDV		EC51		0895		169053		Coated Titanium Dioxide				11.596		PIGMENT

		CC		AQ00228		GY4G210E				711470029				RDV		EC51		040		163062		Pigment Yellow 53				12.65		PIGMENT

		CC		AQ00228		GY4G210E				711470029				RDV		EC51		030		164018		Pigment Green 17				2.741		PIGMENT

		CC		DQ00046		GY1D579E		D-GY0-115-3 TP CONC. 20:1		700890010				COL, SLP		AC57,AC67		C913330		123249		SABIC IP LEXAN ML-8164-111N		PC		99.5		COMPONENT		RESIN		PC

		CC		DQ00046		GY1D579E		D-GY0-115-3 TP CONC. 20:1		700890010				COL, SLP		AC57,AC67		R2330		168009		CARBON BLACK, MONARCH 700				7.8		PIGMENT		PIGMENT		CB

		CC		DQ00046		GY1D579E		D-GY0-115-3 TP CONC. 20:1		700890010				COL, SLP		AC57,AC67		R36		164142		Solvent Green 28				12		PIGMENT		PIGMENT		GR

		CC		DQ00046		GY1D579E		D-GY0-115-3 TP CONC. 20:1		700890010				COL, SLP		AC57,AC67		R665		161107		SOLVENT RED 135				8.6		PIGMENT		PIGMENT		RD

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		165		161040		Solvent Red 135				3.801		PIGMENT

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		1647		161065		Hostasol Red GG				7.601		PIGMENT

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		123621		123621		EXL9330-NA1B013		X		64.999		COMPONENT

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		0895		169053		Coated Titanium Dioxide				22.458		PIGMENT

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		0716		168018		Pigment Black 7				0.104		PIGMENT

		CC		DQ00743		RD3G127E				732470077				RDV		EC51		0617		161078		Bayferrox 110MPL				1.037		PIGMENT

		CC		EQ00065		BK1D680E		COLORCOMP E-1000 EM I ;BK8-115		730000501				COL, SLP		AC57,AC67		R19470		168143		Ampacet 19470				1.25		PIGMENT		MODIFIER		BK

		CC		EQ00065		BK1D680E		COLORCOMP E-1000 EM I ;BK8-115		730000501				COL, SLP		AC57,AC67		C1150		129126		ULTEM POLYMER 1010 (STABILIZED AS OF 2/25/00)		PEI		98.75		COMPONENT		RESIN		PEI

		CC		EQ00088		GY4G354E				730470021		in UL prod		RDV		EC51		162		161115		Solvent Red 52				0.038		PIGMENT

		CC		EQ00088		GY4G354E				730470021		in UL prod		RDV		EC51		129202		129202		ULTEM 1010-1000		PEI		76.511		COMPONENT

		CC		EQ00088		GY4G354E				730470021		in UL prod		RDV		EC51		120		165036		Solvent Violet 13				0.383		PIGMENT

		CC		EQ00088		GY4G354E				730470021		in UL prod		RDV		EC51		0895		169053		Coated Titanium Dioxide				22.418		PIGMENT

		CC		EQ00088		GY4G354E				730470021		in UL prod		RDV		EC51		0716		168018		Pigment Black 7				0.65		PIGMENT

		CC		FQ00049		BL4E177E		FQ00049-BL4E177E ;F-BL5-546-2 CONC. 24:1		700721005		HC		COL, SLP		AC57,AC67		R03503		165010		Pigment Blue 29				25		PIGMENT		PIGMENT		BL

		CC		FQ00049		BL4E177E		FQ00049-BL4E177E ;F-BL5-546-2 CONC. 24:1		700721005		HC		COL, SLP		AC57,AC67		F399905		122118		EQUISTAR GA818073		X		75		COMPONENT		MODIFIER		PE

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		L850004		122113		DOW HDPE 25455N (25 MFI)		HDPE		90.193		COMPONENT		RESIN		PE

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		R1160		169003		TITANIUM DIOXIDE RCL4				19.28		PIGMENT		PIGMENT		WH

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		R163136		162051		Solvent Orange 62				4.28		PIGMENT		PIGMENT		OR

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		R60617		161650		Pigment Red 101 (Iron Oxide)				17.13		PIGMENT		PIGMENT		RD

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		R662		161002		Pigment Red 178				38.54		PIGMENT		PIGMENT		RD

		CC		FQ00052		RD13731E		F-RD1-373-1 CONC.		700721004		HC		COL, SLP		AC57,AC67		R831		163019		Pigment Yellow 147				20.77		PIGMENT		PIGMENT		YW

		CC		FQ00053		1001				721470008				RDV		EC51		89016		122357		SABIC HDPE B5210		HDPE		90.8		COMPONENT

		CC		FQ00053		1001				721470008				RDV		EC51		34120		156113		PEG Pluriol E 9000 Powder		X		8.36		ADDITIVE

		CC		FQ00053		1001				721470008				RDV		EC51		110		169014		TINOPAL OB (was UVITEX OB)				0.84		PIGMENT

		CC		NQ00078		BK1D681E		COLORCOMP CYCOLOY C2950 I ;BK8-004-1		779000300				COL, SLP		AC57,AC67		C919384		129111		SABIC IP CYCOLOY C2950-111 NAT		PCA		98.04		COMPONENT		RESIN		ABS/PC FR

		CC		NQ00078		BK1D681E		COLORCOMP CYCOLOY C2950 I ;BK8-004-1		779000300				COL, SLP		AC57,AC67		F109		156009		ETHYLENE BISSTEARAMIDE		Processing aid - Dispersing agent		11.112		ADDITIVE		LUBRICANT		EBS

		CC		NQ00078		BK1D681E		COLORCOMP CYCOLOY C2950 I ;BK8-004-1		779000300				COL, SLP		AC57,AC67		R173477		168002		NUBIAN BLACK PC-0850 (NIGROSINE DYE)				44.444		PIGMENT		PIGMENT		BK

		CC		NQ00078		BK1D681E		COLORCOMP CYCOLOY C2950 I ;BK8-004-1		779000300				COL, SLP		AC57,AC67		R2330		168009		CARBON BLACK, MONARCH 700				44.444		PIGMENT		PIGMENT		CB
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PC Base

						DESCRIPTION 23Mar16		MFR								Copo Resin		HALB		Resin Description

						ML-4080 										ML7437		22046787		EXL Opaque resin (=661) 18-22 Siloxane

						x		x								ML7638		22027958		EXL Clear resin (=669) 5.5-6.5 siloxane

						ML4365 - TBBPA/BPA copolymer 										ML7648		22018814		SLX 20/80 powder (relabel of C911272)

				High Flow		ML-5221 - PCP 1300		higher than 5721								ML7655		22024358		SLX 90/10 powder (relabel of C91822B)

						ML-5721		lower than 5221								ML7673		22017907		FST powder (C913420)

						ML-6739 - THPE Branched PC Resin 										ML7683		22025821		HFD powder 6% SA (relabel C914089)

						ML-7437										ML7684		22018815		HFD powder 8.5% SA (relabel C914090)

				Copo		ML7689		6		Melt Flow Rate, 300°C/1.2 kgf		g/10 min				ML7697		22024362		CFR resin

						ML-8131										ML9343		22065308		XHT RESIN. PPPBP POWDER RELABEL; RMC9343, PRODUCED IN BOZ

						ML-8164										ML5541		22024340		PPC Resin

						ML-8199										ML9417		22093938		PPPBP Powder

						ML9330 - FR Non-Halo										ML7668		22024359		XHT (33% PPPBP) POWDER

						ML9336										ML7656		22020629		DMPBC POWDER

						101		7

						102X		7

						104		7

						105 - 100 GRADE PCP		7

						105B - BROMINE WITH PCP ENDCAP		7

						115

						121		17.5

						124		17.5

						130 GRADE WITH PCP END CAP

						135

				mid flow		141, 144		10.5

						172

						175

						201

						945

						HF1140		25

						20% PC/SILOXANE COPOLYMER,PCP ENDCAPPED

						Transparent PC-Siloxane Co-polymer
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PC Flow

				MFR calculation tool by wgm





		Step1		Step2		Step3		Calculation  Results				MFRtarget

		Select the item by  following		Input MFI		Input  the content value in formula		Percentage after normilization		Xi*LogMFRi

		C023A		6.45		65.00		0.65		0.526		11.30

		C017		32		35.00		0.35		0.527

		C918222A		5.5						

		C023A		10						

						100.00		1.00		1.053



				Referenced Table

		Item code		MFR		Mw target or Mn		From		End-cap

		C019C		1.29		78207.0		US				ML6739

		C001DP		3 to 4		36500.0		US				PC RESIN 130 GRADE WITH PCP END CAP

		91982		3.07		67247.0		Eu

		9135		3.3 to 4.2		33800- 36200		Eu		phenol		135 RESIN-111N (GMP)

		91361		4.65		69492.0		Eu		Max PC

		C9167A		5.5		24500.0		US		~82% ITR,Phenol

		C918222A		5.5		24500.0		US		~82% ITR,PCP

		9105		5.8 to 7		29700-31300		Eu-Boz		phenol		PC 105

		91061		8.58		60436.0		Eu		Max PC

		C023A		6 to 8		29900		US				100 GRADE PCP (LEXAN 105-111N POWDER)

		102L						EU-Car		LX PC		PC 102X

		C911272		10		30700.0		US		19% ITR  planned		ML7648

		C911760		10		27500.0		US		rationalized  planned

		C9167B		11		20000.0		US		~82% ITR,Phenol

		C9118222B		11		20000.0		US		~82% ITR,PCP

		9145		11.5-13.5		25800-26600		Eu		phenol

		9125		22-26		22900-23700		Eu		phenol

		C017		25-30		21900.0		US				PCP 1300 (LEXAN ML5221-111N)

		172L						EU-Car		LX PC		PC172X

		9175		30.2		41966.0		Eu-Boz		phenol		PC 175

		91761		33.1		41610.0		Eu		Max PC

		CPCFOQ		65		17700.0		US		OQ1030 PCPCF

		9115		113-235		18000-19600		EU		?   PCP		PC 115
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LNPTM ULTRA CLEAN COMPOUNDS FOR HDD / SEMICONDUCTOR INDUSTRY

Selection Criteria                      Product Features             1st Gen Grades 2nd Gen Grades         Latest Commercial Compounds

PC + CF

PC + CP DX99620C

DX02731C

141RNeat PC

10% CF. SR<E9

SR E5-E9 

15% CF. SR<E4

MVR = 22

DX02728C

30% CF. SR<E2 DX04489C

PEI + CF EX99550C30% CF. SR<E2

STAT-KON DX05301C

LEXANTM LI1911R

STAT-KONTM DX09315C

STAT-KON EX08318C

DEL33ECPC + CF + 
PTFE 15%CF, 15%PTFE. SR<E3

1000, 1010Neat PEI MVR = 20 COLORCOMPTM EX10304C

STAT-KON DX09301C

COLORCOMP DX09304C

STAT-KON EX11318C

COLORCOMP EX12304C

PEI + CF EX99689C10% CF STAT-KON EX99689C

DX99873C20% CF. SR<E4

PC + CP SR E5-E9, Low Friction STAT-KON DD200C

35% CF. SR<E2 DX04522C STAT-KON DX09303C

STAT-KON DEL33EC

STAT-KON DX02728C

STAT-KON DX13315C

STAT-KON DX13320C

STAT-KON DX04489C

STAT-KON EX12310C



THANK YOU
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DISCLAIMER: THE MATERIALS, PRODUCTS AND SERVICES OF SAUDI BASIC INDUSTRIES CORPORATION (SABIC) OR ITS SUBSIDIARIES OR AFFILIATES 
(“SELLER”) ARE SOLD SUBJECT TO SELLER’S STANDARD CONDITIONS OF SALE, WHICH ARE AVAILABLE UPON REQUEST.  INFORMATION AND 
RECOMMENDATIONS CONTAINED IN THIS DOCUMENT ARE GIVEN IN GOOD FAITH.  HOWEVER, SELLER MAKES NO EXPRESS OR IMPLIED 
REPRESENTATION, WARRANTY OR GUARANTEE (i) THAT ANY RESULTS DESCRIBED IN THIS DOCUMENT WILL BE OBTAINED UNDER END-USE 
CONDITIONS, OR (ii) AS TO THE EFFECTIVENESS OR SAFETY OF ANY DESIGN OR APPLICATION INCORPORATING SELLER’S MATERIALS, PRODUCTS, 
SERVICES OR RECOMMENDATIONS. UNLESS OTHERWISE PROVIDED IN SELLER’S STANDARD CONDITIONS OF SALE, SELLER SHALL NOT BE 
RESPONSIBLE FOR ANY LOSS RESULTING FROM ANY USE OF ITS MATERIALS, PRODUCTS, SERVICES OR RECOMMENDATIONS DESCRIBED IN THIS 
DOCUMENT. Each user is responsible for making its own determination as to the suitability of Seller’s materials, products, services or 
recommendations for the user’s particular use through appropriate end-use and other testing and analysis. Nothing in any document or oral 
statement shall be deemed to alter or waive any provision of Seller’s Standard Conditions of Sale or this Disclaimer, unless it is specifically agreed to in 
a writing signed by Seller. Statements by Seller concerning a possible use of any material, product, service or design do not, are not intended to, and 
should not be construed to grant any license under any patent or other intellectual property right of Seller or as a recommendation for the use of any 
material, product, service or design in a manner that infringes any patent or other intellectual property right.

SABIC and brands marked with ™ are trademarks of SABIC or its subsidiaries or affiliates, unless otherwise noted.
© 2020 Saudi Basic Industries Corporation (SABIC).  All Rights Reserved.

Any brands, products or services of other companies referenced in this document are the trademarks, service marks and/or trade names of their 
respective holders.

DISCLAIMER
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